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ABSTRACT

The future use of ceramics for advanced structural applications represents an important

precursor to potential major improvements in design performance for high temperature,

corrosion and wear resistance applications. The limited use of such brittle materials to date has

primarily been attributed to their inherently low toughness and lack of defect tolerance.

Scientific research in the last decade, however, has resulted in major advances in the

toughening of ceramics by such mechanisms as whisker reinforcement, transformation and

microcrack toughening. However, very recent work has shown that such toughened ceramics

and composites, contrary to conventional wisdom, may become susceptible to cyclic fatigue.

The intent of this program was to study and model the physics and fundamental

micromechanisms of environmentally-assisted and principally cyclic fatigue crack-growth

processes in several classes of ceramic-matrix composites, chosen to reflect different primary

toughening mechanisms. Based on initial studies, the central hypothesis of this work is that the

mechanisms of crack-tip shielding, used to enhance fracture toughness, can lead to degradation

in crack-growth resistance under cyclic loading. By focusing on the microstructural aspects of

the local failure processes, the approach will be to identify the mechanisms responsible for

cyclic crack advance in each class of material in terms of their intrinsic and extrinsic

components, to define and model the origin of such fatigue failure in terms of the characteristic

microstructural features, to document the implications of such fatigue mechanisms to material

behavior in general, and ultimately to utilize the modeil obtained to provide guidelines for the

design of new composite ceramic microstructures with superior toughness and fatigue

resistance.

This report is centered on characterizing fatigue-crack propagation behavior in Nicalon

fiber-reinforced LAS glass ceramics and SiC reinforced-alumina ceramic composites,

specifically with whisker reinforcement or uni- or bi-directional continuous fiber reinforcement.

The approach is to characterize cyclic fatigue-crack growth behavior, specifically involving

such factors as the role of load ratio, crack size, nature of the reinforcement, etc., in terms of

the fundamental mechanisms of crack advance and crack-tip shielding.
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i. INTRODUCTION

The last decade has witnessed major improvements in the microstructural design and
processing techniques of ceramics, which has provided a versatile class of materials offering

exceptional properties in the areas of mechanical strength, extreme hardness and the creep

resistance. In combination with other properties such as dimensional stability, corrosion and
wear resistance, and retention of strength with time at temperature, recent advances in the
development of enhanced toughness has resulted in the potential of ceramics to perform
functions structurally not possible with other more traditional engineering materials. As a
result, ambitious predictions have been made for the application of ceramics in numerous

engineering markets where their low density and unique set of properties may be exploited.

Of particular interest in the aerospace and defense industries are reinforced ceramic-
matrix composites for use in gas turbine and other advanced heat engine applications. Although
the particular material property requirements for gas turbine and reciprocating engines differ, in
both cases increased operating temperatures and faster rotational speeeds may provide
impressive improvements in efficiency, power/weight ratios and fuel consumption. In gas
turbine applications, blades, rotors, vanes, shrouds, combuster, combuster liners, and other
parts are all candidates for ceramic materials. Here much effort has been directed towards the
development of high performance reinforced ceramic-matrix composites capabie of operating at
higher temperatures and higher operating stresses [1,2]. While the high temperature properties

have received most attention for heat-engine applications, these materials are also being

developed for 'stationary' products such as heat exchangers, recuperators, tubes, exhaust
systems and similar high-temperature operating equipment [3]. Conversely, requirements for
reciprocating heat engines stress the need for thermally insulating and wear and abrasion

resistant materials [4,5]. For example, in addition to hostile environmental conditions, the
precombustion chamber in diesel engines must survive both mechanical and thermal stressing
which is often cyclic in nature. Large temperature gradients are present and mechanical

stresses may be exacerbated by thermal expansion mismatch between the chamber and cylinder-
head materials [6]. Advantages of ceramic components include improved combustion

performance due to higher running temperatures, reduction of idle noise, and easier starting.

Life prediction is naturally crucial to permit the reliable design and use of ceramic
composite materials. Accordingly, extensive research has been undertaken to improve the
toughness of ceramics which ultimately translates into improved reliability. In particular,
extensive research has been undertaken in the development of materials toughened by the

addition of dispersed zirconia particles, whisker/fiber reinforced ceramic-matrix composites,
microcrack toughening, and more recently the addition of ductile particle dispersions 17,81. In



most of the cases, the mode of toughening results in resistance-curve behavior where the

fracture resistance increases with crack extension. A number of the more significant composite

materials, together with their primary toughening mechanism and maximum toughness, are

summarized in Table 1.1.

Table 1.1
Typical Reinforced Ceramic-Matrix Composite Materials Indicating

Present Toughness and Toughening Mechanisms (from [8])

Material Toughening Mechanism Maximum Toughness

LAS/SiC Fiber Reinforced >20 MPaJm
Glass/C >20
SiC/SiC >20

A120 3/SiC (20%) Whisker Reinforced 10
Si3N4/SiC (20%) 14

AIO 3/AI (20%) Ductile Dispersion > 12
B4C/AI (20%) > 14
WC/Co (20%) 20

Despite the impact of the potential widespread use of ceramic-matrix composites in the

aerospace and defense industries, it is perhaps surprising that relatively few systematic studies

of a fundamental nature have been performed to relate mechanistically, and ultimately model,

the role of the composite microstructure in controlling subcritical crack-growth resistance in

these materials. This may be particularly important where crack propagation occurs under

cyclic loading conditions. Indeed, it has long been the perception that ceramics do not suffer

significant degradation by fatigue [9-111. Accordingly, other mechanisms of subcritical crack

growth, primarily involving environmentally-assisted cracking processes under sustained

loading, have received far more attention [12-151. Recently, however, there has been increased

interest in possible mechanisms of cyclic crack propagation as viable modes of subcritical crack

extension in brittle materials [16-221. As most of the more significant applications of ceramics

for components in gas turbine and reciprocating heat engine applications entail substantial cyclic

loading and thermal shock conditions, a detailed characterization and more fundamental

understanding of any fatigue processes must be considered essential.

The refuted existence of true cyclic crack-propagation effects in conventional

monolithic ceramics has been based primarily on the very limited crack tip plasticity apparent in
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these materials [9]. However, where local inelastic deformation normally associated with many

of the toughening mechanisms previal, or where unloading induces aoditional fracture

phenomena, the notion of fatigue in ceramics and more particularly, in reinforced ceramic-

matrix composites, clearly becomes realistic. However, comparatively few mechanisms for

tension-tension and tension-compression loading have been reported in the literature

[9,16,20,2 1 . Experimental evidence for fatigue cracking in polycrystalline alumina has

recently been reported under far-field cyclic compression loading [19,20]. In addition, the

existence of cyclic mechanical fatigue effects has also been observed in a number of ceramics

and reinforced ceramic composites testd in bending under tension-tension loading [23-29].

Based on these data, non-conservative estimates of subcritical crack extension and serious

overestimates of life may result if damage-tolerant predictions are based solely on sustained-

load cracking and toughness data.

Accordingly, the principal thesis of this study is to identify and characterize the salient

micromechanisms of subcritical crack propagation processes in reinforced ceramic-matrix

composites.

In this report, a review is presented first on the current literature on the cyclic fatigue

behavior of ceramics and ceramic composite materials. The next section is focused on the

behavior of the LAS/SiCf glass ceramic system, which is principally toughened by fiber

bridging across the crack; experiments were specifically centered on the role of

microstructurally-small cracks on cyclic fatigue behavior in light of this bridging. It was found

that such glass-ceramic composites do indeed suffer degradation from cyclic fatigue. In fact,

fatigue-crack growth rates, over the range 10-6 to 10-11 m/cycle, for crack sizes of between 20

and 300 tm, were found to show a negative power-law dependency on the nominal (applied)

maximum stress intensity, K x, analogous to short-crack behavior in metals. Frictional-slip

models of crack bridging by unbroken fibers in the crack wake were used to estimate a

shielding stress intensity in the LAS/SiCf system; by accounting for such shielding in the

computation of an effective (near-tip) stress intensity, the expected positive power-law

dependency of growth rates on stress intensity was obtained, with an exponent of over 50. In

view of these results, we conclude that non-conservative estimates of the life of ceramic

components are very possible from fracture-mechanics (da/dN vs. K) damage-tolerant

predictions, due to the growth of short cracks below the fatigue threshold AKTH.

Subsequent chapters deal with SiC reinforced alumina-matrix composites, reinforced

either with SiC whiskers or bidirectional continuous Nicalon fibers, which again rely on crack

bridging as a primary toughening mechanism. With the whisker reinforced composites,

collaborative work with the Rockwell Science Center centered on a comparison of long and

small-crack fatigue-crack growth results and in documenting the mechanistic role of crack
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bridging in promoting the critical crack-size effect. In the continuous fiber reinforced

composite, research was directed to a characterization of the effect of crack bridging during

monotonic and cyclic crack growth.
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2. CYCLIC FATIGUE OF CERAMICS: A FRACTURE MECHANICS
APPROACH TO SUBCRITICAL CRACK GROWTH AND LIFE
PREDICTION

(R. 0. Ritchie and R. H. Dauskardt)

2.1 Introduction

The importance of mechanical degradation under cyclic fatigue loading in the design of

metallic structures and components is characterized by either a classical stress/life (S/N)

approach or using fracture mechanics concepts which incorporate the subcritical growth

behavior of both "long" and "small" cracks (Fig. 2.1). Over the past few years, several studies

have provided persuasive evidence of a similar susceptibility of ceramic and ceramic-matrix

composite materials to cyclic fatigue. In fact, extensive data have now been reported indicating

reduced lifetimes during S/N testing under cyclic, compared to sustained (quasi-static), loads,

and accelerated cyclic crack-propagation rates at stress intensities less than required for

environmentally-enhanced crack growth (static fatigue) during fracture-mechanics testing;

results exist for zirconia [1-11], graphite [12], alumina 16,13-24], silicon nitride [16,25-291 and

silica glass [30] ceramics and LAS/SiCf [31] A120 3/SiC [32-34] and laminated

graphite/pyrolytic carbon [12] composites.

While the precise micro-mechanisms for su-h cyclic fatigue are still unclear, behavioral

characteristics are in general qualitatively similar to those in metallic materials. For example,

typical ambient-temperature stress/life data for alumina, TZP, silicon nitride and silicon

carbide, taken from the four-point bend (zero-tension) data of Kawakubo et al. [6], are shown

in Fig. 2.2. It is clear that for lives in excess of - 10 3 cycles, the time to failure under cyclic

loads is less than that under quasi-static loads at the same maximum stress, and further, with the

exception of SiC, the cyclic fatigue life is less than that predicted using the static data by

integrating over the fatigue cycle. However, the inverse slope, n, of these curves is far higher

than that found in metals; values range from 11 in TZP to 132 in SiC.

Alternatively, typical crack-propagation data (long crack), taken from the authors' own

ambient-temperature studies [1,4,12,33] on compact-tension specimens, are shown in Fig. 2.3;

these results illustrate the dependency of cyclic fatigue-crack growth rates, da/dN, on the

applied (far-field) stress-intensity range (AK = K max - K in), for three zirconia ceramics,

graphite, a pyrolytic-carbon-coated graphite laminate and a SiC-whiVker-reinforced alumina

(Al,O 3-SiC) composite, and are compared with similar data for steel and aluminum high-

strength metallic alloys 135,361. Similar to metals, the ceramic fatigue data follow a Paris

power-law relationship 1371 of the form:
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da/dN = C(AK)' , (1)

where C and m are scaling constants; the exponent, m, however, varies between 12 to over 40,

which is far higher than the typical values of between 2 and 4 generally found for metals in this

regime.

In addition to such crack-propagation data for "long" cracks (typically longer than

-3 mm), more recent results [7-10,16,26,29] on cracks which are physically small (typically

smaller than -500 Arm) or approach the dimensions of the microstructure or local crack-tip

inelasticity, have shown radically different growth behavior. Again, similar to behavior widely

reported for metals [381, crack-propagation rates for such "small" surface cracks have been

observed to far exceed those of "long" cracks at equivalent applied stress-intensity levels, and

more importantly to occur at stress intensities less than the fatigue threshold, AKT1, below

which (long) cracks are presumed to be dormant [7-9].

Accordingly, the objective of this review is to survey current understanding of the

cyclic fatigue behavior of monolithic and reinforced ceramics, with respect to stress/life and

crack-propagation data under both constant and variable-amplitde loading. Long and

microstructurally-small crack-growth behavior will be reviewt 1 a id .Iossible micro-mechanisms

advanced. Finally, the implications for fatigue life prediction aid design criteria for ceramic

components are discussed.

2.2 Testing Methods

2.2.1 Stress/life testing

In general, stress/life (S/N) cyclic fatigue tests on ceramic materials have been

performed in similar fashion to the standard techniques used for metallic materials, although

much greater care has been required in the design of the loading grips. Techniques include

zero-tension and tension-tension testing in cantilever bend and three- and four-point bending

16,9,251, tension-compression testing in rotary bending [14,181, and uniaxial push-pull, and

tension-torsion testing [271. Typical stress/life results are shown in Fig. 2.2.

2.2.2 Constant-amplitude crack-propagation testing

Cyclic fatigue-crack propagation studies on through-thickness long cracks have been

conducted on a variety of pre-cracked fracture mechanics samples; results have been reported

tbr single-edge-notched specimens in three- and four-point bending, single- and double-anvil

7



configured specimens in bending, tapered double-cantilever beam specimens and compact-

tension C(T) specimens. The system used by the current authors, illustrated in Fig. 2.4a,

utilizes - I to 6 mm thick C(T) specimens which are cycled at various positive load ratios

(R = ratio of minimum to maximum loads) at frequencies up to 50 Hz [1,41. Following crack

initiation from a wedge-shaped starter notch [ 1], crack-growth rates are determined over the

range - 10 -12 to 104 m/cycle using computer-controlled K decreasing and K increasing

conditions; applied loads are varied such that the instantaneous values of the crack length, a,

and stress-intensity range, AK, vary according to the equation:

AK = AK° exp[C*(a - a)] , (2)

where a° and AKo are the initial values of a and AK, and C* is the normalized K gradient

[(1/K)(dK/da)] set typically to +0.08 mm -1 . Linear elastic stress-intensity solutions for the

various specimen geometries are given in standard handbooks [391.

As an alternative to optical crack-length measurements, electrical-resistance techniques,

using -0.1 um NiCr films evaporated onto the specimen surface, can be employed to

continuously monitor in situ the crack length to a resolution of within +5 Jim [1,4]. In

addition, unloading compliance measurements using back-face strain gauges have been utilized

[4] to assess the extent of fatigue crack closure caused by premature contact of the crack

surfaces during the loading cycle. This is achieved by defining a far-field stress intensity, K 1,

at first contact of the crack surfaces during the unloading cycle, i.e., at the highest load where

the elastic unloading compliance deviates from linearity 136]. In metal fatigue, the value of the

closure stress intensity is often used to compute an effective (near-tip) crack-driving force given

by the difference of the maximum stress intensity and Kc, i.e., AKCff = Kma - Kc1 (where

K, 1 > Kmi).

Corresponding fatigue-crack propagation data for small (<250 Jim) surface cracks has

generally been determined through replication or optical examination of the top surface of

cantilever-beam specimens loaded in tension-compression (Fig. 2.4b); depending upon the ease

of crack initiation, such specimens are either unnotched or contain stress concentrators such as

micro-hardness indents or a notch. Ideally tests are interrupted after -100 cycles to ascertain

damage accumulation during initial loading and then subsequently at 102 to 103 cycle intervals

until failure [81. Small-crack lengths can be readily quantified, with a resolution better than

±0.5 pm by digitizing optical micrographs of the specimen surface using an image analyzer, in

order to compute growth rates between - 10-12 to 106 m/cycle. Stress-intensity factors for such

surface cracks can be obtained from linear elastic solutions 1401 for three-dimensional semi-

elliptical surface cracks in bending (and/or tension) (Fig. 2.2b) in terms of crack depth a, crack
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length c, elliptical parametric angle 0, shape factor Q, specimen width t, specimen thickness B,

and remote (outer surface) bending stress, ab:

K = Hcrb(Ta/Q) ' F(a/c,a/t,c/B,0), (3)

where H is the bending multiplier and F is a boundary correction factor (Fig. 2.4b).

2.2.3 Variable-amplitude crack-propagation testing

Limited results have also been reported by the authors for cyclic fatigue-crack

propagation behavior in ceramic materials during variable-amplitude loading sequences [5,33].

Such tests have been performed on long cracks, specifically in transformation-toughened Mg-

PSZ and a SiC-whisker-reinforced alumina, by applying various load excursions during steady-

state fatigue-crack growth, and monitoring the transient crack-growth response as a function of

crack extension until steady-state growth is re-established. The principal loading spectra that

have been used include single tensile overloads and block-loading sequences (both low-high and

high-low), comprising selected constant stress-intensity ranges. In addition, growth rates have

been examined under constant K x/variable-R conditions, where the maximum stress intensity

is held constant as KmiM is increased; such loading spectra have been used in metal fatigue

studies to minimize the influence of crack closure on growth-rate behavior [411.

2.3 Stress-Life Behavior

As noted above, cyclic stress/life (S/N) data for most ceramic materials at ambient

temperatures show lifetimes to be less than that to cause failure at the same maximum stress

under quasi-static loads, and to be less than that predicted from the static stress/life data

assuming only time-dependent (and not cycle-dependent) processes [6,251. As in metals, the

fatigue strength decreases with number of cycles, although the dependence of life on applied

stress, i.e., the inverse slope, n, of the S/N curve is far higher; typical values are listed in

Table 2. 1. In addition, S/N curves appear to be much more sensitive to the load ratio than with

metallic materials [101.

S/N curves on unnotched cantilever-beam samples of mid-toughness (MS grade) and

overaged (pre-transformed) Mg-PSZ, under both zero-tension (R = 0) and tension-compression

(R = -I) loading, are shown in Fig. 2.5 17,81; corresponding data from Swain et al. [21 for

MS-grade Mg-PSZ, tested in four-point bend (R = 0) and rotating bend (R = -1), are included

for comparison. It is apparent that, similar to behavior in steels, the MS-grade material shows

9



evidence of a "fatigue limit" of roughly 50% of the single-cycle tensile (or bending) strength, at

108 cycles (R = -1). However, not all ceramics have such a distinct knee in the S/N curve

above 106 cycles; sintered alumina, for example, can fail at lives in excess of 108 cycles, with

a 108-cycle endurance strength some 25 to 40% of the single-cycle strength [181.

Similar to results reported for Si3N4 125,271, the Mg-PSZ data in Fig. 2.5 also indicate

that cycling in tension-compression is significantly more damaging than in tension. This is

apparent from optical examination [81 of specimen surfaces in MS-grade material at both R-

ratios, where quantitative analysis of the crack-size distributions reveals an increased

distribution of larger microcracks at R = -1 (Fig. 2.6). Microcracks appear in regions of

surface uplift from transformation and their alignment is primarily orthogonal to the stress axis,

although some cracks form at angles of -45' to the stress axis at R = -1.

This effect, however, is not general to ceramic fatigue. Unlike results on smooth

samples 17,8,261, S/N data derived from results on micro-indented cantilever-bend specimens,

of a SiC-whisker-reinforced alumina [33], show no such difference between tension-

compression and tension-tension cycling (Table 2.2). This may be because fully reversed cyclic

loading has a greater effect on initiating fatigue damage in the form of microcracks, which in

unnotched samples can account for a significant proportion of the life. In fact, it is known that

where defects pre-exist (as micro-indents), lifetimes in tension and tension-compression are

comparable as crack-growth rates are similar (Fig. 2.7) [331.

2.4 Fatigue-Crack Propagation Behavior

2.4.1 Long-crack behavior

The variation in cyclic fatigue-crack propagation rates with the applied stress-intensity

range, shown in Fig. 2.1 for long cracks in an range of ceramic materials, illustrates the

extremely high dependency of da/dN on AK. Similar results are apparent for several

transformation-toughened (sub-eutectoid aged) and pre-transformed (overaged) microstructures

in Mg-PSZ 141 (Fig. 2.8a), SiC-whisker-reinforced alumina (Fig. 2.9) [33], silicon nitride [291,

silica glass 1301, and a pyrolytic-carbon coated graphite laminate [121 (Fig. 2.10). As noted

above, these data in general conform to a power-law relationship (Eq. 1) over the mid-range of

growth rates, with very high exponents (i.e., the slope m of the da/dN vs. AK curve). Values of

m, listed for several ceramics in Table 2.2, can vary between - 10 and over 100; the constant

C. on the other hand, appears to scale inversely with the fracture toughness Kc. Fatigue

threshold AKTH values may be defined at a maximum growth rate of - 1010 m/cycle since the
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da/dN(AK) curves do not always show a sigmoidal shape; these values are typically of the order

of 50% of K.
C

In view of past skepticism over the fatigue of ceramics, experiments have been

performed to demonstrate unequivocally that crack growth in these instances is cyclically

induced and not simply a consequence of stress-corrosion cracking (static fatigue) [4,12]. To

achieve this, crack extension has been monitored at constant K., with varying Kmn, as shown

for a pyrolytic-carbon/graphite laminate in Fig. 2.11. It is apparent that, whereas crack

extension proceeds readily under cyclic loading conditions (region a), upon removal of the

cyclic component by holding at the same K (region b), crack-growth rates are markedly

reduced. Aside from establishing that the crack-growth behavior is a true cyclic fatigue

phenomenon, this result illustrates that subcritical crack-growth rates due to cyclic fatigue are

far in excess of those due to static fatigue at the same K x [1].

In certain experiments, crack closure has been observed during fatigue-crack growth in

ceramics; results are shown in Fig. 2.12 for four microstructures in Mg-PSZ with increasing

degrees of transformation toughening [4]. Data are plotted in terms of the far-field closure

stress intensity, K.1, normalized by Km.x , as a function of the applied AK. Kc values are

measured globally at first contact of the fracture surfaces during the unloading cycle;

specifically, values of Kci are calculated from the highest load at which the elastic unloading

compliance line deviates from linearity [4]. In metals, such closure primarily results from

premature contact between the crack surfaces by fracture-surface asperities, and can have a

potent influence in locally affecting the "crack-driving force" [42,431. The degree of closure in

ceramics, however, appears to be smaller, and in materials like Mg-PSZ is dwarfed by other

mechanisms of crack-tip shielding such as transformation toughening [4]. In fact, resistance to

cyclic fatigue-crack extension in Mg-PSZ is observed to increase directly with the degree of

crack-tip shielding resulting from increased transformation toughening (Fig. 2.8a). Such crack-

growth data can therefore be normalized to a single curve (Fig. 2.8b) by characterizing in terms

of the near-tip stress-intensity range, AKfip, which allows for the extent of shielding, as outlined

below 141.

In Mg-PSZ, the tetragonal phase, which typically consists of approximately 40 vol % of

lens-shaped precipitates of maximum size -300 nm, can undergo a stress-induced martensitic

transformation to a monoclinic phase in the high stress field near the crack tip. The resultant

dilatant transformation zone in the wake of the crack exerts compressive tractions on the crack

surfaces which shield the crack tip from the applied (far-field) stresses 144-461. The crack-tip

stress intensity, K6,' is therefore reduced from the applied (far-field) K by a shielding stress

intensity, K., which is dependent upon the volume fraction, f, of the transforming phase within

the zone, the width of the zone w, and the dilatational component of the transformation strain
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E , Young's modulus E, Poisson's ratio v, and a constant A dependent on the frontal zone shape

[47,481:

K. = K -K , (4)tip s

K = A (E/1 - )Tfw" ' (5)

Under cyclic loading, shielding from transformation far exceeds that due to crack closure;

accordingly, the local near-tip stress-intensity range can be expressed by 141:

AK. K -K , (6)
tip max

By computing K. using the integrated form of Eq. 5 and Raman spectroscopy measurements of

the transformation-zone size 14,5,49,501, growth rates can be characterized in terms of AKtip,

thereby accounting for the differing fatigue resistance of the four microstructures (Fig. 2.8b).

An equivalent result can be achieved by normalizing the crack-growth data in terms of AK/K
C

141.

Fractographically, little discernible difference is generally apparent between monotonic

and fatigue fracture surfaces in ceramics; this is in marked contrast to metals where clear

distinction is generally observed between striation growth under cyclic loads and microvoid

coalescence or cleavage, for instance, under quasi-static loads [351. Fatigue and fracture

surfaces in silicon carbide, graphite, pyrolytic carbon, and Mg-PSZ are essentially identical

[4,511, in Mg-PSZ, for example, surfaces are primarily transgranular with crack paths showing

evidence of crack deflection, branching, and uncracked-ligament bridging behind the crack tip.

In certain ceramics, however, the fractography of the resulting cyclic and monotonic fracture

surfaces do show some distinction. An example of this is Al 20 3-SiC W [331. Fatigue fracture

surfaces appear to be more textured and rougher with a higher degree of SiC whisker pull out

than monotonic fracture surfaces. At higher magnification, crack paths formed under

monotonic loading can be seen to be predominantly transgranular, with a high incidence of

cleavage steps (indicated by arrows on the micrograph) and a flatter appearance (Fig. 2.13a,b).

The increased roughness of the fatigue surfaces, conversely, appears to be associated with an

increasing degree of intergranular fracture (Fig. 2.13c,d).

2.4.2 Small-crack behavior

The question of small cracks is undoubtedly of special importance to ceramics simply

hccause the majority of ceramic components in service will not be able to tolerate the presence
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of physically long cracks. In metal fatigue, it is known that where crack sizes approach the

dimensions of the microstructure or the extent of local crack-tip plasticity, or where cracks are

simply physically small (typically <250 jim), the similitude of crack-tip field characterization

can break down (see, for example ref. 38). Specifically, small-crack growth rates are often far

in excess of those of corresponding long cracks at the same applied AK levels; moreover, small-

crack growth can occur at stress intensities well below the (long-crack) threshold AK TH.

Although such apparently anomalous behavior can be attributed to a number of factors [38], the

primary reason is that the extent of crack-tip shielding (in metals, principally from crack-

closure phenomena) is generally diminished in small flaws by virtue of their limited wake [36].

In fact, a more precise definition of a small crack is one whose length is small relative to the

size of the shielding zone. Since crack-tip shielding, from phase transformation,

microcracking, crack bridging etc., plays a pivotal role in the toughening of many monolithic

and composite ceramics, it is to be expected that such small-crack effects may also be prevalent

in ceramic fatigue behavior.

Results on small fatigue cracks in ceramics, however, are very limited [7-10,29,33].

Typical crack-growth data for Mg-PSZ, monitored from unnotched cantilever-beam S/N

samples and characterized in terms of the applied K.., are compared to corresponding long-

cracks data in Fig. 2.14a [7,8]. In sharp contrast to long-crack results, the small cracks grow

at progressively decreasing growth rates with increase in size, until finally linking together as

the density of cracks across the specimen surface increases; the specimen then fails. Small-

crack propgation rates display a negative, non-unique dependency on stress intensity and occur

at applied stress-intensity levels well below AKTH (specifically at K. levels of 1.6 MPa.,m, a

factor of seven less than K). Moreover, growth rates are clearly not a unique function of K...

and appear to be sensitive to the level of applied stress.

Similar behavior has been reported for ceramic composites [33]. The crack lengths of

selected microcracks at similar maximum applied stress levels, emanating from micro-indents in

cantilever-beam samples of SiC-whisker-reinforced alumina, are compared as a function of

number of cycles at R = 0.05 and -1 in Fig. 2.15. As in monolithic ceramics, the small cracks

grow at progressively decreasing growth rates, i.e., when plotted as propagation rates as a

function of the applied Ki x (Fig. 2.9), the crack-growth rate data display a characteristic

negative dependency on applied stress intensity.

Such sub-threshold small-crack growth behavior can be explained by analogy to small-

crack behavior in metals (e.g., refs. 36.38). Although the nominal (far-field) stress intensity K

increases with increase in crack size, the shielding stress intensity K is also enhanced as a

shielding zone is developed in the crack wake. The near-tip stress intensity (Eq. 6) and hence

the crack-growth behavior is thus a result of the mutual competition between these two factors,
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initially Ki p is diminished with crack extension until a steady-state shielding zone is established,

whereupon behavior approaches that of a long crack. In Mg-PSZ, the primary shielding is due

to phase transformation, whereas in the Al 20 3/SiC w composite, it is presumed to result from

crack bridging by unbroken whiskers in the crack wake 133], and from the residual stress field

surrounding the micro-indent.

With a detailed knowledge and quantitative modelling of the salient shielding

mechanisms, it is possible to normalize long and small crack data by characterizing in terms of

the near-tip or net stress intensity, Ktp , i.e., after subtracting out the stress intensity due to

shielding. Computations of K and hence Ktip have been achieved for small fatigue cracks in a

SiC-fiber-reinforced LAS glass-ceramic, where the predominant shielding resulted from fiber

bridging 1311, and in Al 20 3 , Si3N 4 and 3Y-TZP where the effect of the residual stress field

associated with the crack-initiating micro-indents was taken into account [10,16,261. This is

illustrated in Fig. 2.16 where small and long crack data in 3Y-TZP are normalized by defining

KtP in terms of a superposition of the applied and residual stress fields [101. In addition, long-

crack data in Mg-PSZ has been characterized in terms of Ktip in Fig. 2.14b after correcting for

transformation shielding [8]; it is apparent that the da/dN (K,,x) curve corresponds closely to

that associated with the initial growth of the small cracks. However, whether such analytical

procedures to normalize small and long crack data are practical on a regular engineering basis

for ail ceramic materials in service is clearly questionable.

2.4.3 Variable-amplitude loading

In addition to the cyclic fatigue of ceramics under constant-amplitude loading data

described above, limited studies have been performed to examine crack-propagation behavior

under variable-amplitude loading. These studies have been focused on the transient crack-

growth response to single tensile overload, block loading and constant-K /variable-Rmilx

(increasing K .) sequences during steady-state fatigue-crack growth, specifically in MS-grade

Mg-PSZ 151 and a SiC-whisker-reinforced Al20 3 composite [33].

Behavior in Mg-PSZ, shown for MS- and TS-grades in Fig. 2.17 [5], is similar to that

widely reported in metals (e.g., ref. 52). In Fig. 2.17a, a high-low block overload, from a AK

of 5.48 to 5.30 MPa,m, is first applied to an MS-grade sample; on reducing the cyclic loads,

an immediate transient retardation is seen followed by a gradual increase in growth rates until

the (new) steady-state velocity is achieved. Similarly, by subsequently increasing the cyclic

loads so that AK = 5.60 MPa.¢ m (low-high block overload), growth rates show a transient

acceleration before decaying to the steady-state velocity. The increment of crack growth over

%khich the transient behavior occurs is -700 pm, approximately five times the measured 15,491
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transformed-zone width of - 150 Am. This is consistent with zone-shielding calculations which

compute the maximum steady-state shielding to be achieved after crack extensions of

approximately five times the zone width [47,48]. In fact, relatively accurate predictions of the

post load-change transient crack-growth behavior have been obtained (dotted line in Fig. 2.17a)

by computing the extent of crack-tip shielding in the changing transformation zone following

the load changes [5]. The changing size of the crack-tip transformation zone can be readily

mapped using spatially-resolved Raman spectroscopy techniques [49]. For example, zone sizes

for the block-loading sequence on TS-grade material shown in Fig. 2.17b are illustrated in Fig.

2.18 [5]. In general, the significant variation in growth rates with small changes in AK is

consistent with the steep slope of the da/dN-AK curves (Eq. 1) found in ceramics.

In contrast, variable-amplitude loading in the Al2O3-SiC w composite is quite different

(Fig. 2.19) 1331. Over the first - 1.2 mm of crack advance, the crack-growth rate remains

approximately constant at a baseline AK of 3.6 MPax/m. On reducing the cyclic loads so that

AK = 3.2 MPaxfm (high-low block overload), crack-growth rates decrease by a - 1.5 orders

of magnitude; by subsequently increasing the cyclic loads to a AK of 3.6 MPavrm (low-high

block overload), growth rates increase to previous baseline levels. Unlike Mg-PSZ where

marked transient growth-rate effects result from transformation-zone shielding, the Al2 0 -SiC w

composite, which is presumed to undergo crack bridging by intact whiskers spanning the crack,

does not show such transient behavior; the scatter in growth rates, however, is large.

The precise role of variable-amplitude loading on cyclic crack growth in the various

ceramic systems is still uncertain. It is known that in metals and phase-transforming ceramics,

an overload cycle creates an enlarged crack-tip plastic or transformation zone which then

promotes crack-growth retardation by reducing the near-tip stress intensity by residual

compressive stress and resulting crack-closure effects in metals or by transformation shielding

in the ceramics 15,521. However, in the non-transforming ceramics, such as A 20 3 /SiC which

may rely on shielding by crack bridging, the overload cycle may enhance shielding by

increasing the extent of the bridging zone in the crack wake, or conversely diminish shielding

by causing the failure of more bridges. Resolution of this effect must await more detailed

bridging calculations and experimental measurements of the bridging-zone sizes following

various loading sequences.

2.4.4 High temperature fatigue

Despite the anticipated high-temperature use of ceramics in service applications, studies

on the cyclic watigue of monolithic and composite ceramics at elevated temperatures are

extremely limited 12.11,22.32,34,531. However, studies on the S/N behavior of MS- and TS-
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grade Mg-PSZ using 100 Hz rotational flexture (R = -1) tests at moderately high temperatures

up to 400'C in air clearly show a progressive decrease in fatigue resistance with increase in

temperature, concurrent with a general increase in the inverse slope, e.g., the exponent, n,

varies from 34 at 20°C to 116 at 200°C in TS-grade material [2]. Resistance to cyclic fatigue-

crack propagation rates is similarly diminished in Mg-PSZ at these temperatures; in TS-grade

material, AKTH thresholds have been reported to drop from 3.5 MPa-m at 20 0 C to 3.0

MPaim at 650°C, with the exponent, m, increasing from 25 to 70 over the same temperature

range [111.

At high homologous temperatures in the creep regime, however, cyclic fatigue

mechanisms in ceramics do not appear to be as damaging as static fatigue or creep mechanisms.

For example, S/N uniaxial tensile fatigue studies on alumina at 1200'C reveal the lives of

samples loaded in cyclic fatigue (R = 0.1) in general to exceed those loaded quasi-statically at

the same maximum stress (Fig. 2.20) [22]. Cyclic fatigue lifetimes were found to be dependent

upon the frequency and cyclic waveform, specifically to the duration of the application of the

maximum stress. In fact, assuming only time- (and not cycle-) dependent processes, cyclic

lifetimes predicted from the static fatigue data were in general less than measured lifetimes, in

sharp contrast to behavior at ambient temperatures (Fig. 2.2a). Similar results have been

reported for hot pressed Si3N 4 at 1200'C [53]. Corroborating evidence from crack-propagation

studies in alumira at 1050°C and SiC-whisker-reinforced alumina at 1400°C (frequency = 2

Hz, R - 0. 1) show the cyclic crack-growth rates to be less than those measured under static

loading at the same applied maximum stress intensity (Fig. 2.21) [32]. In these cases, the

improved cyclic fatigue resistance has been attributed, at least in part, to the bridging of crack

surfaces by the glassy phase, present in grain boundaries or formed in situ by the oxidation of

the SiC whiskers.

2.5 Mechanisms of Ceramic Fatigue

In metals, mechanisms of cyclic fatigue have been based primarily on crack-tip

dislocation activity leading to crack advance via such processes as alternating blunting and

resharpening of the crack tip [54]. Accordingly, the refuted existence of a true fatigue effect

in ceramics has been based in the past on the very limited crack-tip plasticity in these materials.

However, it is now apparent that other inelastic deformation mechanisms may prevail; these

mechanisms include microcracking and transformation "plasticity" in monolithic materials, the

frictional sliding or controlled debonding between the reinforcement phase and ceramic matrix

in brittle fiber or whisker reinforced composites, and the plastic deformation of a metallic or

intermetallic phase itself in ductile-particle toughened composites. In fact, these factors are the
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prime reason for marked resistance-curve (R-curve) fracture-toughness properties of ceramic

composites [551, as such crack-tip shielding mechanisms develop progressively (until steady

state) with increasing initial crack extension. Such deformation processes, like dislocation

activity in metals, can similarly contribute to fatigue damage due to their nonlinear irreversible

nature, although the precise micromechanisms of crack advance are presently unknown.

Despite the uncertainty in the mechanistic nature of ceramic fatigue, two general classes

of mechanisms can be identified (where failure is associated with a dominant crack),

specifically involving either intrinsic or extrinsic mechanisms [4,12]; these are illustrated

schematically in Fig. 2.22. Intrinsic mechanisms involve the actual creation of a fatigue-

damaged microstructure ahead of the crack tip, and thus result in a crack-advance mechanism

unique to cyclic fatigue. This could entail crack extension via alternating crack-tip blunting and

re-sharpening, as in metals where the consequent striation fracture morphology is distinct from

monotonic fracture modes, or through the formation of shear or tensile cracking at the tip due

to contact between the mating fracture surfaces on unloading. In fact, fatigue striations have

been reported for cyclic failure in zirconia ceramics [10,111. Another example is the high

temperature fatigue of SiC-whisker-reinforced alumina; cyclic fractures show clear evidence of

whisker breakage, whereas under quasi-static loads the majority of whiskers oxidize to form

glass pockets [321.

Extrinsic mechanisms, conversely, do not necessarily involve a change in crack-

advance mechanism compared to monotonic fractu e; here, the role of the unloading cycle is to

affect the magnitude of the near-tip stress intensity by diminishing the effect of crack-tip

shielding. Several mechanisms are feasible. These include reduced shielding through an

enhanced forward transformation zone in transforming ceramics, although careful Raman

spectroscopy measurements have not revealed any change in zone size in Mg-PSZ for cyclic

and quasi-static conditions at the same K [4,50]. An alternative mechanism is the reduction

in crack-tip bridging via the cyclic induced failure of the bridges in the crack wake, where

several possible processes exist. In ductile-particle toughened composites, cyclic loading may

simply cause fatigue cracking in the ductile phase, which would otherwise remain intact under

quasi-static loads and act as a crack bridge. An example of this is in 'Y-TiAI intermetallics

reinforced wth TiNb particles [561. Under monotonic loading, bridging zones of uncracked

TiNb particles in excess of 3 mm are formed in the crack wake leading to an elevation in the

fracture toughness K from 8 MPaxm in unreinforced -y-TiAI to over 25 MPaxJm in the

composite: under cyclic loading, conversely, the TiNb particles suffer fatigue failure to within

- 150 pm of the crack tip, such that the ductile-particle bridging mechanism essentially is

obliterated. Also it is feasible that brittle fibers or whiskers in specific composites may

similarly fracture and/or buckle due to the unloading cycle, again diminishing shielding by
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crack bridging under cyclic loads. Finally, in certain monotonic ceramics, such as coarse-

grained alumina, where toughening is achieved (primarily for intergranular fracture) by grain

bridging or the interlocking of fracture-surface asperities between the crack faces [57,58], in

cyclic fatigue, the unloading cycle may cause cracking and/or crushing of the asperities, or may

degrade the grain-bridging mechanism through progressive wear of the sliding interfaces. In

fact, evidence for the latter mechanism has recently been obtained in alumina using in situ

scanning electron microscopy [59].

Indirect evidence for the extrinsic mechanism for cyclic fatigue-crack advance by the

suppression of shielding can also be found from studies on small cracks in alumina and silicon

nitride [19,291. In a comparison of cyclic and quasi-static behavior, small surface cracks,

which because of their limited wake would have developed only minimal shielding, were found

to show no acceleration under cyclic loading; long cracks, conversely, were found to be

significantly accelerated by the cyclic loads, consistent with their higher shielding levels 129].

2.6 Design Considerations

For structural design where failure results from the propagation of a single dominant

crack, cyclic fatigue in ceramic materials presents unique problems. In safety-critical

applications involving metallic structures, damage-tolerant design and life-prediction procedures

generally rely on the integration of crack velocity/stress intensity (v/K) curves (e.g., Eq. 1) to

estimate the time or number of cycles for a presumed initial defect to grow to critical size.

Although such data are now available for many ceramic materials, the approach may prove

difficult to utilize in practice because of the large power-law dependence of growth rates on

stress intensity, which implies that the projected life will be proportional to the reciprocal of the

applied stress raised to a large power [8].

For example, for a cracked structure subjected to an alternating stress Aa, where the

applied (far-field) stress-intensity factor K can be defined in terms of an applied stress a and a

geometry factor Q' as:

K = Q' o,(ira) , (7)

the projected number of cycles Nf to grow a crack from some initial size a to a critical size ac

is given by:

2
Nf = (m-2) C(Q'Aa)m 7r - M2 [a,(m 2 2) - a. (8)

18



assuming a crack-growth relationship of the form of Eq. 1 (for m ;- 2). For metallic structures

where the exponent m is of the order of 2 to 4, a factor of two increase in the applied stress

reduces the projected life by roughly an order of magnitude; in ceramic structures, conversely,

where m values generally exceed 20 (and can be as high as 50 to 100), this same factor of two

increase in stress reduces the projected life by some six to thirty orders of magnitude!

Thus, conventional damage-tolerant criteria for ceramics imply that marginal

differences in the assumption of the component in-service stresses will lead to significant

variations in projected life. Furthermore, any fluctuation of the applied stress and possible

overloads frequently encountered in service may also result in highly non-conservative design

lives. Two additional features of the approach provide further complication. First, in many

practical applications, acceptable projected component life may only be guaranteed by

restricting the initial defect size to extremely small sizes, often below the resolution of non-

destructive evaluation techniques. Expensive and time consuming on-line scanning electron

microscopy or proof testing at elevated loads of individual components are therefore required;

in fact, these procedures are currently in use in quality control procedures for pyrolytic-carbon

prosthetic heart-valve devices. Second, and perhaps most important, the approach generally

does not consider, and in this case cannot easily be modified to include, small-crack effects

such as those described above.

An alternative procedure is to redefine the critical crack size in terms of the fatigue

threshold, AK TH, below which crack growth is presumed dormant; this in essence is a crack-

initiation criterion where AKTH is taken as the effective toughness, rather than the fracture

toughness K . This procedure, in addition to sharing similar problems associated with defining

a minimum detectable defect size, also does not address small-crack effects which may arise at

loads considerably below those required for the growth of long-cracks. As a result, although

data on the small-crack effect in ceramic fatigue are very limited, the observed sub-threshold

crack-growth behavior implies that conventional damage-tolerant design criteria may be again

highly non-conservative for ceramics.

Like many high strength metallic materials, however, crack-initiation effects may

involve a very significant portion of lifetime under alternating loads. Having referred to a

number of potential limitations of a fracture-mechanics approach to ensure component

reliability, it is important to note that these approaches are typically highly conservative in the

sense that they assume crack growth from the first loading cycle. Although the degree of this

conservatism is difficult to quantify, due in part to the paucity of data from crack-initiation

studies, the disadvantages of the approach may in fact be considerably outweighed by

neglecting the cycles required for initiation. Selection of a damage-tolerant approach is,
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therefore, at present undertaken on a case by case basis, often affected by the requirements of

appropriate regulatory agencies.

The importance of fatigue-c;ack initiation does, however, suggest an additional design

criterion for ceramic components; this more traditional approach is invariably based on

stress/life S/N data. In addition to simple consideration of the fatigue limit, a more

sophisticated approach might include a damage-mechanics analysis utilizing detailed finite-

element stress analyses for components of complex shape and a statistical evaluation of the pre-

existing defect population. While this approach has serious limitations in some applications,

particularly in large structures where numerous defects may be present and therefore fatigue-

crack initiation periods diminished, it might be quite appropriate for small ceramic components.

Clearly, more indepth studies of both fatigue-crack initiation and crack-growth behavior,

together with improved design criterion are required to enhance the in-service reliability and

life prediction of ceramic and ceramic-matrix compone, - -1bjected to alternating loads.

2.7 Conclusions

1. Results on a wide range of monolil .aiiu composite ceramics clearly indicate a

strong susceptibility to mechanical degradation under cyclic loading. Ceramic fatigue is

promoted by inelastic deformation mechanisms, such as microcracking and transformation
"plasticity" in monolithic ceramics and irreversible deformation in the reinforcement phase or

its interface with the matrix in composites.

2. Stress/life (S/N) data show lifetimes to be shorter under cyclic loading compared to

corresponding lifetimes under quasi-static (static fatigue) loading at the same maximum stress.

In many ceramics, "fatigue limits" at 108 cycles (R = -1) approach -50% of the single-cycle

tensile (or bending) strength. Data on unnotched samples indicate that cycling in tension-

compression (R = -1) is generally more damaging that in tension-tension (R > 0).

3. With the exception of SiC, cyc!i;.. fatigue lifetimes in S/N tests at ambient

temperatures are less than those predicted from static fatigue daa assuming only time-

dependent (and not cycle-dependent) processes; conversely, at high homologous

temperatures, results for alumina at 1200'C suggest that the reverse is true.

4. Cyclic fatigue-crack growth rates for long (>3 mm) cracks are found to be power-

law dependent on the applied stress intensity (AK, Kmx) , with an exponent m much larger than

typically observed for metals (i.e., in the range - 10 to over 100). Crack-growth behavior is

sensitive to several factors including microstructure, load ratio, environment and crack size.

Fatigue threshold str,'ss intensities (AKTH), below which long cracks are presumed dormant,

approach -50% of the fracture toughness (K).
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5. At ambient temperatures, crack-growth rates under cyclic loading generally

exceed those by static fatigue (at the same Kmax) by many orders of magnitude.

Conversely, at high homologous temperatures (10000 to 1400'C) in the creep regime,

cyclic fatigue-crack growth rates in monolithic and SiCw-reinforced alumina have been

observed to be ! ss than those measured under quasi-static loads.

6. Cyclic fatigue-crack growth rates for small (< 250 /im) surface cracks are

found to be in excess of corresponding long cracks at the same applied stress intensity,

and furthermore to occur at stress intensities significantly smaller than the nominal

long-crack threshold, AK TH. Similar to metallic materials, small-crack growth rates show a

negative dependency on applied stress intensity and appear sensitive to the applied stress level.

Such behavior is attributed to diminished crack-tip shielding (e.g., by transformation

toughening in Mg-PSZ or crack bridging in whisker- or fiber-reinforced composites) with

cracks of limited wake.

7. The fractography of failures by cyclic fatigue is frequently similar and often

indistinguishable from corresponding failures under quasi-static loading. Such similarity

complicates the post-fracture failure analysis of ceramic components.

8. Although precise micro-mechanisms of cyclic fatigue are currently uncertain, two

classes are identified. Intrinsic mechanisms involve the creation of an inherent fatigue-damaged

microstructure ahead of the crack tip and hence result in a crack-advance mechanism unique to

cycle fatigue (as in metals). Extrinsic mechanisms involve no change in crack-advance

mechanism compared to that under quasi-static loading; here the unloading cycle acts to

enhance the near-tip stress intensity by diminishing the role of crack-tip shielding.

9. Cyclic fatigue-crack growth-rate data, particularly pertaining to small cracks, have

significant implications for damage-tolerant lifetime prediction and design criteria in ceramic

materials. The observed marked dependency of growth rates on the stress intensity implies an

excessive dependency of projected lifetime on applied stress; this leads to difficulties in

applying conventional damage-tolerant procedures. An indepth understanding of the initiation

and growth of microstructurally-small cracks is required to provide more reliable design criteria

for safety-critical applications.
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Table 2. 1 - Values of Parameters for S/N and Crack-Propagation Fatigue Tests for
Ceramic Materials at Ambient Temperatures

S/N Crack Propagation (R = 0) Ref.
K slope n C slope m AK.rH

(MPa,,m) (m/c (MPa-,,m) -m) (MPa,,Jm)
(Eq. 1)

alumina -4.0 12.7-64 - 27-33 2.5-2.7 18,20

Mg-PSZ (TS-grade) 16.0 34 1.70 x 104' 42 7.7 4
(MS-grade) 11.5 36 5.70 x 10.28 24 5.2 4
(AF-grade) 5.5 - 4.89 x 10-22 24 3.0 1,4
(overaged) 2.9 - 2.00 x 10-14  21 1.6 4

silicon nitride 6.0 -30 1.01 x 10-21 12-18 2.0-4.3 21

3Y-TZP 5.3 -21 4.06 x 10-18 21 2.4 10

Al 201-SiCw 4.5 - 3.28 x 10-20 15 3.1 33

graphite/pyrolytic C -1.6 - 1.86 x 10"8 19 -0.7 12

.TS = 7 hr at 1000"C, MS i 3 hr at 1 100°C, AF w as fired, overaged 24 hr at 1100°C.

TIable 2.2 - Comparison of Fatigue Lifetimes at Various Load Ratios for A120 3/SiC
Composite

Load Ratio orm x  Life, Nf

(o min oa) (MPa) (cycles)

0.05 245 60 x 10'
0.05 247 140 x 103
0.05 252 150 x 10'

-1.0 248 60 x 10'
-1.0 255 240 x 10'
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Fig. 2.13. Scanning electron micrographs at increasing magnification of a,b,c) monotonic
fracture and c,d,e) cyclic fatigue fracture in a SiC-whisker-reinforced alumina
composite, showing the predominantly transgranular nature of crack paths and
regions of cleavage-like steps (indicated by letter C) formed under quasi-static
loading, compared to the rougher more intergranular fracture surfaces induced by
cyclic loading. Horizontal arrow indicates direction of crack growth 1331.
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Fig. 2.17. Transient fatigue-crack growth behavior In a) MS-grade Mg-PSZ, and b) TS-grade
Mg-PSZ, showing variation in crack-growth rates following high-low and low-high
block overloads and single-tensile overloads. Predictions of transient crack-growth
behavior in a) rely on steady-state crack-growth data (Fig. 2.8) and transformation-
zone size meaurements using Raman spectroscopy (Fig. 2.18) [49] to compute the
crack-tip "driving force" following load changes [5].
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151. Results are derived from Raman spectroscopy measurements [5,491.
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Mechanisms of Cyclic Fatigue Crack Growth in Ceramics
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Fig. 2.22. Schematic illustration of possible crack-advance micro-mechanisms during cyclic
fatigue-crack propagation in monolithic and composite ceramics [12].
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3. CYCLIC FATIGUE DAMAGE IN A CONTINUOUS SIC FIBER
REINFORCED A120 3 COMPOSITE

(R. M. Petrany, R. H. Dauskardt and R. 0. Ritchie)

3.1 Introduction

In ceramic fiber composites, substantial toughening and marked R-curve behavior can

be attributed to crack bridging in the wake of the crack tip. This occurs via unbroken fibers

which span the crack faces and inhibit crack opening. For such a mechanism to operate, the

shear strength of the fiber-matrix interface must be sufficiently low to permit fiber pull-out with
the passage of the main crack. Progressive weakening of the interface has been suggested as a

possible mechanism which may lead to a cyclic fatigue response in these materials.

In recent years, there has been a growing awareness that ceramic materials can be

susceptible to premature failure under alternating loads. Strength degradations have been found

to occur at rates faster than predicted from tests performed under static loading. Although

initially attributed to non-linearity associated with transformation toughening, other possible
inelastic mechanisms at the crack tip which may give rise to a fatigue effect include

microcracking and the progressive weakening of interfaces mentioned above.

Cyclic fatigue degradation has now been shown for a wide range of both monolithic and

composite ceramics, including TZP, Mg-PSZ, A1203, Si3N4, pyrolytic-carbon-graphite, and

A120 3-SiC,,, in notched-bar compression-compression crack growth tests [1,2], in smooth-bar

tension-tension and tension-compression low cycle fatigue tests [3-5], and in fracture-mechanics

style fatigue crack growth tests under tension-tension and tension-compression loading [6-11].

Cyclic fatigue responses have also been reported in a SiC fiber-reinforced Si3N4 composite

[12].

In the present study, cyclic fatigue crack growth is examined for a continuous SiC fiber

reinforced A120 3 matrix composite. Microstructural effects resulting from a variation in

monotonic and cyclic loads are also shown.

3.2 Experimental Procedures

Material: This study is being conducted on a bidirectional woven silicon carbide (Nicalon)

fiber reinforced alumina matrix composite developed by Alcoa. The composite consists of a

50% volume fraction of fibers (vf = 0.50), 39% matrix (v. = 0.39) and 11% voids

(vV = 0.11). Fibers run continuously through the composite with individual fiber layers

positioned perpendicular to one another. Fibers are homogeneously composed of ultrafine (-

SiC crystals with excess carbon and 9 to 11 % oxygen supplied as silicon dioxide.
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Compact tension C(T) specimens were supplied by Alcoa as shown in Figure 3.1.

Specimens were polished on one side face using 6 /Lm diamond paste. This facilitates a better

surface for the adhesion of a crack gauge used to monitor the crack length.

Test Procedures: Fatigue-crack growth tests were performed essentially according to ASTM

Standard E 647-86A for measuring growth rates in metals, modified using the procedures

developed for ceramics by Dauskardt and Ritchie [8]. High-resolution, computer-controlled,

servo-hydraulic testing machines were utilized to measure cyclic crack-growth rates. However,

prior to testing, the creation of the pre-crack was the most difficult aspect of the test and may

take as long as several days. A wedge shaped starter notch was first machined into the

specimen. A 50 Hz sine-wave load was then applied at a load ratio of 0.1 until crack growth

can be detected. To detect crack growth, a Ni-Cr foil of - 0.1 jtm thickness was evaporated

onto the side face of the specimen. Changes in the direct-current electrical potential of the foil

were then used to measure crack movement as the foil fails. This technique offers a resolution

of better than ±5 um. Once a through-thickness crack of several millimeters was obtained,

further crack growth testing could then proceed.

Unloading compliance measurements using back-face strain gauges were also used to

evaluate the extent of fatigue crack closure in terms of the far-field closure stress intensity, Kc1,

at first contact of the fracture surfaces during the unloading cycle. The K,, value is calculated

from the highest load where the elastic unloading compliance line deviates from linearity.

Crack-growth rates, da/dN, were determined over the range of 10-11 to 10- i m/cycle

under computer-controlled K-decreasing and K-increasing conditions. An MTS 810

servohydraulic load frame together with an MTS 458 MicroConsole controller provided the

high-resolution displacement control and load stability required for testing of these brittle

composite materials.

3.3 Results and Discussion

Pre-cracking: The creation of a pre-crack has presented the greatest problem in studying this

material. In addition, it was often observed that the crack length recorded from the Ni-Cr foil

did not represent the through-thickness crack length. This is primarily a result of large

hridging zones present within the composite. Without an accurate measurement of the crack

Icn,_,th, interpretation of cyclic fatigue-crack growth data becomes relatively uncertain.

P'ossible solutions that are currcntly under investigation include monitoring the crack

lr gth nianually using optical techniques. A long-distance microscope, with a resolution of 1.

pi , %as adapted for observing crack propagation along the side face of the specimen. With the
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lens positioned 150 mm from the specimen surface, a precision translation stage allows accurate

positioning of the microscope to within 0.5 um. At the present time, this microscope is being

used to record and process video images, using image analysis techniques, as the crack

propagates through these composite microstructures.

Compliance techniques offer a second possible solution. Fatigue-crack propagation in

ceramics is accompanied by some degree of crack closure - i.e., a premature contact between

the crack surfaces during the unloading cycle. Its effect is to reduce the local stress-intensity

range actually experienced at the crack tip from the nominal value (AK = K x - K.,j to an

effective value (AK, =K. - K,,). Utilization of this technique will also allow the examination

of the degree of bridging present behind the crack tip. Ultimately, compliance techniques

combined with optical observations will lead to an accurate estimate of the through-thickness

crack lngth.

Fractography: The basic microstructural characteristics of the composite are shown in the

representative SEM micrographs shown in Figure 3.2. Detail from the side face of the

specimen is shown in Figures 3.2(a),(c) while Figures 3.2(b),(d) represent the front face. One

can clearly observe the orientation of the individual fiber layers relative to one another.

The crack-path morphology conveying evidence of frequent crack deflection is shown if

Figure 3.3(a). The fracture surface, also shown in a montage of micrographs (Figure 3.3(b)),

shows increased damage, associated with increased roughness, near the notch tip where the

crack was grown under cyclic loading. Fast-fracture under monotonic loading, prior to final

failure of the specimen, results in a less rough fracture surface. Better evidence is apparent at

higher magnification in the set of micrographs shown if Figure 3.4. The region of the

specimen that has been cyclically loading shows an increase in the degree of fiber damage and

bundle pullout (Figure 3.4(a)). The less damaged fracture appearance of the fast fracture is

shown is Figure 3.4(b).

Evidence of extensive crack bridging along a crack profile is shown in Figure 3.5(a).

In addition, the degree of fiber pullout is shown in Figure 3.5(b). These factors, which are

highly effective in promoting increased toughness and composite strength, are largely

responsible for the difficulty in determining an accurate estimate of the crack length during the

experiment, and thus, has made it difficult to obtain any accurate cyclic fatigue-crack growth

data at this time.
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3.4 Conclusions

Based on the results of the experiments on monotonic and cyclic crack growth in a

bidirectional SiC-reinforced A120 3 ceramic-matrix composites, the following observations can

be drawn:

1. Through thickness pre-cracking of the continuous-fiber-reinforced composite has

been achieved.

2. The crack was grown under both cyclic and monotonic loading conditions.

3. Cyclic tension-tension loading yields a more damaged microstructural appearance

than monotonic loading.
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Fig. 3. 1. Compact tension C(T) geometry of specimens supplied by Alcoa. Specimens were
polished to a thickness of approximately 2.5 mm prior to testing.
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Fig. 3.2. Representative scanning electron micrographs of the A1 203/SiC composite
microstructure. (a) and (c) represent the side face of the specimen while (b) and (d)
represent the front face. Note the relative 90 degree orientation of the individual
fiber layers. Arrow indicates general direction of crack growth.
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Fig. 3.4. Scanning electron micrographs of the fracture surface at higher magnifications
showing the effect of ka) cyclic loading and (h) monotonic loading. Note the
increase in damage caused by the application of a cyclic load. Arrow indicates
general direction of crack growth.
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Fig. 3.5. Scanning electron micrographs showing evidence of (a) crack bridging and (b) fiber
pullout. These factors have been responsible for the difficulty in accurately
determining the through-thickness crack length prior to testing. Arrow indicates
general direction of crack growth.



4. CYCLIC FATIGUE-CRACK GROWTH BEHAVIOR OF SHORT CRACKS
IN SiC-REINFORCED LAS GLASS-CERAMIC COMPOSITE

(E. Y. Luh, R. H. Dauskardt and R. 0. Ritchie)

4.1 Introduction

In recent years, there has been a growing awareness that ceramic materials can be

susceptible to premature failure under alternating loads (cyclic fatigue). Essentially, strength
degradations have been found to occur at rates faster than predicted from tests performed under

static loading. This has now been shown for a wide range of both monolithic and composite

ceramics, including Mg-PSZ, A120 3, TZP, Si 3N4, pyrolytic-carbon/graphite and AI20 3-SiCw,

in smooth-bar tension-tension and tension-compression low-cycle fatigue (LCF) tests [e.g., I-

3], in notched-bar compression-compression crack-growth tests [e.g., 4,5], and in fracture-
mechanics style fatigue-crack growth tests under tension-tension and tension-compression

loading [6-1 1]. In light of the very limited crack-tip plasticity apparent in ceramic materials,

the mechanisms for such "ceramic fatigue" remain uncertain. However, the effect may more

readily be explained in materials which show strong resistance-curve (R-curve) behavior,

specifically where toughening, by such mechanisms as phase transformation, microcracking,

and whisker-, fiber- and ductile-particle-reinforcement, induces significant local inelastic (non-

linear) deformation behavior.

For metallic structures, the importance of cyclic fatigue in design is generally taken into

account by utilizing either classical stress/life (S/N) approaches or damage-tolerant concepts
which incorporate crack-growth data characterized using fracture mechanics (Fig. 2. la,b). In

the former case, smooth- or notched-bar tests are used to determine S/N or LCF curves from

which the number of cycles to cause failure at a particular applied stress or strain can be

estimated (with appropriate safety factors); this approach can be readily applied to ceramics.
For safety-critical i-pplications, however, more conservative damage-tolerant approaches are
often used which rely on the integration of crack-velocity/stress-intensity (v/K) curves (of the

form of the Paris power-law [121 - da/dN = C AK-) to estimate the time or number of cycles
for a presumed initial crack to grow to critical size (e.g., defined at the fracture toughness Ki.).

For ceramics, such cyclic v/K data have now been generated - to date for MgPSZ, A1O 3,

pyrolytic-carbon/graphite and AI,0 3-SiC 16-1i] - although the approach may prove difficult to

utilize in practice because of the large power-law dependence of growth rates (da/dN) on the

range of stress intensity (AK) in these materials, i.e., values of the exponent m are typically 30

and above 16-81. This implies that the estimated life will be proportional to the reciprocal of

the applied stress raised to the 30th power!
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An alternative procedure is to redefine the critical crack size in terms of the cyclic

fatigue threshold AKTH, below which crack growth is presumed dormant. Based on data in Mg-
PSZ and AI=O 3 ceramics [6-8], values of AKTH are of the order of 50% KI,. A complication

with this approach, however, is the "anomalous" growth-rate behavior of small cracks. Based

on extensive studies in metallic materials [e.g., 13-17], small cracks (or microcracks), of a size

comparable to microstructural dimensions, the extent of local crack-tip inelasticity, or simply

physically small (e.g, ! 500 am), have been found to grow at rates well in excess of

corresponding "long" cracks (or macrocracks) subjected to the same nominal stress-intensity

range, and to propagate at AK levels below that of the (long-crack) threshold AKTH (Fig. 2. lc).

There are currently few examples in the literature of such cyclic fatigue behavior of

small cracks in ceramics [18,19). However, observations of sub-threshold growth rates

continuously decreasing with crack extension have been reported under monotonic loading

(static fatigue). These involve - 100 Am long cracks growing out of the residual stress field

surrounding Knoop microhardness indentations in soda-lime glass [20], and -20-200 am long

surface cracks in dead-loaded four-point bend specimens of Mg-PSZ [211. However, there are

no small-crack results for ceramic composites under either monotonic or cyclic loading.

Accordingly, the objective of the current work was to examine the cyclic fatigue behavior of

short cracks (20-300 am) emanating from notches in an advanced glass-ceramic composite.

4.2 Experimental Procedures

3-mm-thick plates of lithium-aluminosilicate glass-ceramic, continuously reinforced

with 50 vol % unidirectional Nicalon fibers (LAS/SiCf), were received from United

Technologies. Microscopy indicated that the fibers, with average radius -8 Am, consisted of

fine-grained a-SiC, surrounded by both amorphous (SIO, A120 3 and Nb 2 0 5) and

microcrystalline (Nb and Zr) reaction layers in a semi-crystalline LAS matrix (Table 4.1).

Table 4.1 - Mechanical Properties of LAS/SiCf Glass-Ceramic Composite

Fiber Volume Fiber Radius Interfacial Shear Elastic Moduli Poisson's
[:raction - f - r Strength - r Ef Em Ratio - P

(pAm) (MPa) (GPa) (GPa)

0.5 8 2 210 85 0.25
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In LAS/SiCf, substantial toughening and marked R-curve behavior has been attributed

to crack bridging in the wake of the crack tip [22-25]; this occurs via unbroken fibers which

span the crack faces and inhibit crack opening (Fig. 4. 1). For such a mechanism to operate,

the shear strength of the fiber/matrix interface must be sufficiently low to permit fiber pull-out

with passage of the main crack. In LAS/SiCf, frictional slipping has been observed at the

fiber/matrix interface [23], implying a very low interfacial shear strength T. In fact, push-

through and indentation tests on individual fibers in this glass composite gave measured values

of r = 2 MPa [23]. The low interfacial strength appears to result from the presence of the

glassy reaction layer in the fiber/matrix interface, formed during prior hot pressing; although

strongly bonded to the glass matrix, this amorphous layer adheres only weakly to its adjacent

microcrystalline reaction layer (Fig. 4.2). With prolonged exposure to high-temperatures

(- 1000°C) in air, however, the composition of the glassy interfacial layer changes, resulting in

increased interfacial shear resistance [25]; consequently, the reduced contribution from crack

bridging results in sharply lower strength and toughness properties of the composite. In the

condition tested, the composite has a fracture strength of 400 MPa and a fracture toughness KIC

of > 5 MPaJm in the longitudinal orientation; in the transverse orientation, these values are

-7.6 MPa and -0.2 MPa.Jm, respectively.

Cantilever-beam specimens (2-mm wide, 2-mm thick and 35-mm long) were cut and

polished from the plates in the L-T orientation, with the fibers aligned parallel to the axis of the

bar. Specimens were then notched (perpendicular to the fiber direction) with a 150-#m thick

diamond wafering blade.

Specimens were cycled under tension-compression loading (load ratio

R = amn/am,, = -1) in controlled room-temperature air (22°C, 45% relative humidity) under

displacement control at a frequency of 10 Hz (Fig. 4.3a). Crack initiation and growth out of

the notch was monitored using periodic replication with cellulose acetate tape; tests were

interrupted every -5,000 to 10,000 cycles (at a K., - 1.5 MPa.,Jm, crack initiation generally

took about 2,000 cycles), and held at mean load during replication. Replicas were subsequently

gold coated and examined using optical microscopy. Short crack lengths enamating from the

notch between -20 and 300 tm, could be readily detected with a resolution better than

+ 0.5 pm. In several tests, immediate crack bifurcation or delamination occurred on initiation

of fatigue cracking from the notch (Fig. 4.4); analysis of these tests is not included in the

results.

Owing to crack meandering, surface crack lengths were taken as the projected crack

length normal to the direction of the tensile bending stresses. Since all cracks initiated at

corners of the notch on the top surface of the specimen, stress-intensity factors, K, were

computed from recently derived linear-elastic solutions for three-dimensional (quarter-
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elliptical) corners cracks in bending and/or tension [26,271, in terms of the crack depth a, crack

length c, ellipse parametric angle 0, shape factor Q, specimen width t, specimen thickness b,

remote (oter fiber) bending stress ab (= 3/bt 2 x applied bending moment), and applied

uniform tension stress a, (Fig. 4.3b):

K = (a, + Hab)(ra/Q)4 Fc(a/c, a/t c/b, 4)) , (1)

where H, is the bending mutliplier and Fc is the boundary-correction factor for a corner crack

(both tabulated in ref. 26). Eq. 1 is valid for 0.2 < a/c < 1 and for 0 < 4) < 7r/2 at

c/b < 0.5. Cyclic crack-growth (da/dN) data are presented in terms of the maximum

stress intensity, K.x applied during the tensile cycle calculated at 4) = ir/4.

4.3 Results and Discussion

Results showing the variation in surface fatigue-crack length emanating from the notch,

as a function of number of cycles, are plotted in Fig. 4.5; an optical micrograph of the surface

is shown in Fig. 4.6. Similar to the growth of short cracks from notches in metallic materials

le.g., 13-17], crack-extension rates were initially quite rapid over the first 150 to 200 j m of

growth, before progressively decelerating to virtual arrest; the crack-growth rate da/dN thus

decreases with increasing K. (Fig. 4.7).

Mechanistically, similar observations in metallic alloys have been attributed to several

factors 113-171, but principally to the restricted role of crack-tip shielding* (primarily involving

crack closure) for cracks of limited wake [13,15,171. Assuming that the stress intensity due to

such shielding. K,, reduces the applied (nominal or far-field) stress intensity, K = K-', to an

effective level actually experienced at the crack tip, Kjp, viz:

K,ip =K- - ,K (2)

the small crack is reasoned to experience a higher Kjp compared to a long crack at equivalent

applied K levels. Furthermore, since the magnitude of K, is progressively developed with the

initial extension of a small crack, the initial sub-threshold growth rates of small cracks often

continuously decrease with crack extension 113-191.

In LAS/SiCf. the most potent mechanism of shielding occurs by crack bridging. To

quantify the bridging effect. Marshall and co-workers [24,301 have considered the influence of

crack-closure tractions on matrix cracking for a bridging zone of length ao behind the crack tip.

[or the present material, the (shieldiig) stress intensity. K. due to such fiber closure tractions
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was estimated from their frictional-slip model in terms of the interfacial shear strength r, the

volume fraction of fibers f, fiber radius r, Poisson's ratio of the matrix v = 'A, and elastic

moduli of the fiber and matrix, Ef and Em, respectively, viz:

K, = (16a/9r) '4 'A ao' (2 - ao/a) , (3a)

8(1 -v 2) rf 2 Ef( + )where c1 --=

[Em(l - f) + Eft] r -,[r

and = Eff/[E.(1 - f)]

For a fully bridged crack (a = a.), Eq. 3a reduces to:

K. = (16a/9r)A K4 aN (3b)

Using the mechanical properties of the LAS/SiC¢ composite [23-25] listed in Table 4. 1,

and assuming full bridging along the fatigue crack length (and of course no bridging across the

notch), the shielding stress intensity K, (Eq. 3a), and effective (near-tip) value Kjp (Eq. 2), are

plotted in Fig. 4.8a as a function of crack size for the experimental data shown in Figs. 4.5,

4.7. It is apparent that although the nominal (applied) stress intensity, K-, increases as

expected with crack size, the stress intensity experienced locally at the tip, Ktip, is progressively

decreased, consistent with the measured decrease in growth rates. The resulting plot of da/dN

versus Kj P, shown in Fig. 4.8b, can now be seen to show a positive slope, with an exponent m

ot over +50.

Thus, analogous to short-crack behavior in metallic materials where crack-tip shielding

results primarily from crack closure [13,15,171, shielding from fiber bridging in the glass-

ceramic composite similarly leads to negative exponents in the da/dN - K relationship at short

craick sizes: when plotted in terms of a local (near-tip) stress-intensity, however, the usual

positive power-law dependency of crack-growth rates on the stress intensity is obtained.

4.4 Conclusions

Based on a study of the cyclic fatigue-crack propagation behavior of short cracks under

tcn11,n -comipression loading in a continuous SiC-fiber reinforced lidiurn-aluminosilicate glass-
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ceramic composite (LAS/SiCf), toughened by crack bridging, the following conclusions can be

made:

1. Fatigue-crack growth rates, over the range 10-6 to 10-11 m/cycle, for crack sizes of

between 20 and 300 jim were found to show a negative power-law dependency on the nominal

(applied) maximum stress intensity, K., analogous to short-crack behavior in metals.

2. Frictional-slip models of crack bridging by unbroken fibers in the crack wake were

used to estimate a shielding stress intensity in the LAS/SiCf system; by accounting for such

shielding in the computation of an effective (near-tip) stress intensity, the expected positive

power-law dependency of growth rates on stress intensity was obtained, with an exponent of

over 50.

3. Non-conservative estimates of the life of ceramic components are possible from

da/dN vs. K damage-tolerant predictions due to the growth of short cracks below the fatigue

threshold AKTH.
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Fig. 4. 1. Scanning electron micrograph of a flexure specimen (tensile surface) of LAS/SiCf
composite, showing crack bridging via unbroken fibers across the crack [251.
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Fig. 4.2. Scanning electron micrographs of the glassy reaction layer between the LAS matrix
and SiC fiber (a), the weakness of this layer can be seen on cooling following heat
treatment in air, where the layer separates from the matrix and "peels" away from
the fiber (b).
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ti, 4.3. Schematic illustration of a) the cantilever beam specimen arrangement with notch
cut perpendicular to the fiber direction, and b) the quarter-elliptical corner crack
configuration emanating from the notch.
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Fig. 4.4. Scanning electron micrograph (replication) of crack initiation at the specimen notch
showing immediate crack deflection by delamination along the fiber direction in the
LAS/SiCr composite.
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i2, 4.6. Scanning electron micrograph showing short-crack initiation and growth from the
specimen notch in I ASISiCf. In the figure, the crack has been grown well past the
short-c:rack regime-
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Fig. 4.7. Variation in cyclic fatigue-crack growth rates, da/dN, as a function of the nominal
(applied) maximum stress intensity, K.. = ILAKI, for short cracks in LAS/SiCf.
Note the negative power-law dependency of growth rates on stress intensity.
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5. CYCLIC FATIGUE-CRACK PROPAGATION IN A SILICON CARBIDE
WHISKER-REINFORCED ALUMINA CERAMIC COMPOSITE: LONG
AND SMALL-CRACK BEHAVIOR

(R. H. Dauskardt, M. R. James,t J. R. Porter, t and R. 0. Ritchie)

5.1 Introduction

Recent studies have provided convincing evidence of the susceptibility of a wide range

of ceramic and ceramic-matrix composite materials to mechanical degradation under cyclic

loading. Data now exist indicating reduced lifetimes during cyclic fatigue stress/life (S/N)

testing and significant cyclic-crack propagation at loads less than those required for

environmentally-enhanced (static fatigue) crack growth during fracture mechanics testing in

zirconia 11-11], graphite [12], alumina [6,13-24], silicon nitride [16,25-29] and silica glass [30]

ceramics and LAS/SiCf [311, A120 3-SiC [32,33] and laminated graphite/pyrolytic carbon [12]

composites at ambient, and to a far less numerous extent, elevated temperatures. While the

precise micro-mechanisms underlying such behavior are still unclear, the characteristics of

fatigue degradation are in many cases qualitatively similar to those of metallic materials. For

example, cyclic fatigue-crack propagation rates of long (typically in excess of -3 mm) cracks

i-i ceramic materials have been shown to be power-law dependent on the applied stress

intensity. In the simplest form, the growth increment per cycle (da/dN) has been related to the

applied stress-intensity range (AK) via a Paris power-law expression' [341:

da/dN = C (AK) m  , (1)

where C and m are experimentally measured scaling constants; however, unlike metals, the

value of m can be far higher (i.e., in the range - 15 to 50) than the exponents of -2 to 4

typically observed in metals [35].

Dcpcnding upon the desired level of detail, more complex expressions involving the maximum stress intensity (Kmax), the load
rati (R = ratio of minimum-to-maximum load) and material properties such as the fracture toughness (Kc) or the fatigue
threshold (AKTIO etc., can be utilized.

In view of this susceptibility to fatigue, the projected use of ceramics and ceramic-

matrix composites for safety-critical structural applications subject to cyclic loading wil!

R , k 11 Intcrnatnal Science Center. Thousand Oaks. CA Q1361)
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increasingly require reliable in-service fatigue-lifetime prediction. Traditionally, damage-
tolerant approaches are used in safety-critical applications involving metallic structures where

failure results from the extension of a single dominant crack; these rely on the integration of
crack velocity-stress intensity curves to estimate the time or number of cycles for a presumed

initial defect to grow to faildure. Although cyclic data are now available, the approach may
prove difficult to utilize in practice for many ceramics and ceramic-matrix composites because

of the large power-law dependence of growth rates (da/dN) on stress intensity, which implies

that the estimated life will be proportional to the reciprocal of the applied stress raised to a

large power [35].

For example, the change in predicted lifetime, AN. for a cracked structure subjected to

an applied alternating stress, Au, resulting from a factor of two change in the applied loads is
listed for typical metals, intermetallics and ceramics in Table 5.1. For a metallic structure
where the exponent m ideally is of the order of 2 to 4, a factor of two increase in the applied

stress Au depletes the projected life by roughly an order of magnitude; in ceramic structures,

conversely, where m values can be as high as -50 and above, this same factor of two increase
in stress reduces the projected life by some six to fifteen orders of magnitude!

Table 5.1 - Change in Predicted Fatigue Lifetime for a Factor of Two Change in Applied
Stress

Fatigue exponent, m ANt  Material

-2-4 -10 metals
-10 -410 intermetallics
-20 - 106 ceramics
-50 -101s ceramics

An alternative procedure is to redefine the critical crack size in terms of the fatigue
threshold AKrH, below which the growth of long cracks is presumed dormant; this in essence is

a crack-initiation criterion where AK TH is taken as the effective toughness, rather than the
fracture toughness K.. However, recent evidence [7-10,16,26,29] has shown that, akin to
metals [e.g., 36,37], where cracks are physically small (typically of a length less than
-500 Am) or approach the dimensions of microstructure or local crack-tip inelasticity [37],
crack-propagation rates can exceed those of long cracks at equivalent applied stress intensities,
and more importantly occur at AK levels less than AKTH.
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In the present study, an in-depth examination of the cyclic fatigue-crack growth of both

long and microstructurally-small cracks in a SiC -reinforced Al203 ceramic composite is

reported. Detailed fractography of the resulting fatigue fracture surfaces are compared with

those of monotonically loaded cracks in order to provide some elucidation of the mechanisms

of cyclic fatigue. In addition, the effect of variable-amplitude cyclic loading sequences to

determine post-overload crack-growth behavior is investigated. Implications of the observed

crack-growth behavior on possible mechanisms of cyclic fatigue in ceramics are discussed.

5.2 Experimental Procedures

5.2.1 Material

Cyclic crack-growth experiments were conducted on a SiC-whisker reinforced alumina

(AI 20 3-SiC,) composite, fabricated by dispersion processing, pressure filtration and hot

pressing of high purity alumina powder* with 15 vol% SiC whiskers@. The resulting

microstructure consisted of < 5 Am alumina grains, with a uniform dispersion of < 1 Am

diameter SiC whiskers, with an aspect ratio of up to 100, and predominantly of the ce form

(hexagonal structure). Whiskers tended to be oriented perpendicularly to the hot pressing

direction. The fabrication process has been shown to eliminate flaw populations and promote

uniform microstructures; further details of processing techniques and microstructure are

reported elsewhere [38,391. Mechanical properties are listed in Table 5.2.

-HPS 40 grade. Sumitomo Chemical America, New York, NY.
''Silar SC-9 grade, Arco Chemical Co., Greer, SC.

Table 5.2 - Mechanical Properties of Al 20 3-SiC w Composite

Volume Fracture
Fraction Green Final Young's Tensile Toughness

SiC Density Density Modulus, E Strength K
C

(%) (%) (%) (GPa) (MPa) (MPaJm)

15 65 99.5 400 652 +100 4.5

5.2.2 Test Methods

Cyclic Fatigue: Long Cracks: Cyclic fatigue-crack propagation was measured using compact

('T) specimens, containing long (> 3 mm) through-thickness cracks (Fig. 2.4a). in general
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accordance with the ASTM Standard E 647-86a for measurement of fatigue-crack growth rates

in metallic materials [40], modified for ceramics using the procedures outlined by Dauskardt

and Ritchie [41]. Test pieces were 3 mm in thickness, with all other dimensions scaled

appropriately to the ASTM Standard specimen geometry with a width (W) of 24.5 mm.

Specimens were cyclically loaded at a load ratio of 0.1 and a frequency of 50 Hz (sine wave) in

high-resolution, computer-controlled electro-servo-hydraulic testing machines, operating under

closed-loop displacement, load or stress-intensity control. Testing was performed in controlled

room air (22°C, 45% relative humidity) environments.

Electrical-potential measurements across -0.1 ;im NiCr foils, evaporated onto the

specimen surface, were used to monitor crack lengths in situ to a resolution better than ±2 ptm

[41,42]. Since the SiC whiskers are slightly conducting, a thin (< 0.1 ;Lm) layer of alumina

was first sputtered onto the specimen surface to insulate the metal film from the specimen.

Unloading compliance measurements using back-face gauges were also used to assess the extent

of fatigue crack closure in terms of the far-field closure stress intensity, K, defined at first

contact of the fracture surfaces during the unloading cycle [43]. The K., value is calculated
from the highest load where the elastic unloading compliance line deviates from linearity (Fig.
2.4a). It should be noted that the back-face strain technique provides a global (far-field)

measure of the closure stress intensity and is typically not sensitive to near-tip closure effects.

Test techniques are described in detail elsewhere [1,4,41].

Crack-growth rates, da/dN, were determined over the range - 10" 1 to 10.5 m/cycle

under computer-controlled K-decreasing and K-increasing conditions. Data are presented in

terms of the applied stress-intensity range (AK = K X - K., where K and K,, are the

maximum and minimum stress intensities in the fatigue cycle). By considering the effect of

crack closure, an effective (near-tip) stress-intensity range can also be estimated as

AKeff = K - KC, [44,45].

The fatigue threshold, AKTH, was operationally defined as the maximum value of AK

at which growth rates did not exceed 10-10 m/cycle, consistent with ASTM E 647 procedures

[40]. Thresholds were approached by varying the applied loads so that the instantaneous values

of crack length (a) and AK changed according to the equation [46]:

AK = AKo exp [C" (a - ao)] , (2)

where a. and AK0 are the initial values of a and AK, and C" is the normalized K-gradient

(1/K . dK/da) which was set to ± 0.08 mm 1. For the C(T) geometry, stress intensities were

computed from handbook solutions, in terms of the applied load P, crack length a, test-piece

thickness B, and width W, as (47,48]:
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K = (P/BW'A).g(a/W)

where for 0.3 < a/W < 1,

g(a/W) = [2 + (a/W)] [0. 886 + 4.64(a/W)- 13 .32(aIW)2 + 14.72(a/W)3-5.6(a/W)4]

[1 - (a/W)]3r
.

Owing to the brittleness of the material, the initiation of the pre-crack was one of the

most critical procedures in the test. In the current work, as previously [e.g., 1], this was

achieved by machining a wedge-shaped starter notch and carefully growing the crack roughly 2

mm out of this region by fatigue under displacement control.

Cyclic Fatigue: Small Cracks: Fatigue-crack propagation data for small (< 300 Mm) surface

cracks were determined by monitoring the top surface of cantilever-bend specimens (2 mm

square and 70 mm long), with surfaces polished to a micron finish. A series of micro-

indentations (made using a 2 kg load pyramidal indenter) were placed along the longitudinal

axes of the surface to initiate multiple small cracks along the specimen length (Fig. 2.4b).

Specimens were cycled for up to 106 cycles under tension-compression (R = -1) and tension-

tension (R = 0.05) loading in controlled room-temperature air (22C, 45% relative humidity)

at a nominal sinusoidal frequency of 30 Hz in a variable-speed constant-displacement testing

machine.

Tests were periodically interrupted, by removing the specimen from the test fixture for

optical examination, after the first cycle to determine crack extension during initial loading and

after subsequent 102 to 104 cycle intervals until failure. Initial rapid growth in the first few

loading cycles was ignored where it involved crack extension in the residual stress field

immediately surrounding the indent [16,49]. Small-crack lengths could be readily quantified

with a resolution better than ± 2 Am. The contrast of the crack was significantly enhanced by

adjustment of the incident light to illuminate only a small region of the object field (specimen)

immediately behind the crack tip, similar to techniques of indirect illumination using light

scattered from a small restricted region reported elsewhere [50]. Following final fracture of

test specimens, the crack depth-to-surface-length ratio (a/2c) was readily determined from

fractographic examination of the cyclically grown semi-eliptical surface cracks to derive a

calibration relating a/2c values to a (Fig. 5.1).

Stress-intensity factors were computed from linear-elastic solutions [51,52] for three-

dimensional semi-elliptical surface cracks in bending (and/or tension) in terms of crack depth,

a, crack length, 2c, elliptical parametric angle, 4, shape factor, Q, specimen width, t,
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specimen thickness, b, and remote (outer surface) bending stress, Crb:

K = Hab (ira/Q)A F(a/c,a/t,c/b,o) , (4)

where H. is the bending multiplier and F is a boundary correction factor (Fig. 2.4b). Eq. 4 is

valid for 0.2 : a/c < 1, 0 < : :90* at c/b !9 0.5. Owing to crack meandering, surface

crack lengths were taken as the projected crack length normal to the direction of the bending

stress. Crack-growth rates were determined over the range 1012 to 10, m/cycle from crack

length/number of cycles (a vs. N) curves. Cyclic crack-growth rates are presented in terms of

the maximum stress intensity, from the tensile portion of the fatigue cycle, calculated with

= 0° and a/2c taken from the calibration curve shown in Fig. 5.1.

Tb account for the effect of the residual stress field of the indent, the additional stress-

intensity factor K. from the residual crack-opening stress was computed in terms of the peak

indentation load P, and the half crack length c, by [53]:

Kr = XrPrc'3/2 , (5)

where Xr is a material constant dependent upon the ratio of Young's modulus to hardness. The

total stress intensity is thus given by:

K = K + K. (6)

Note that with increasing crack length, K increases while the residual K decreases.

Cydic Fatigue: Transient Crack Growth: To examine the influence of non steady-state crack

growth, crack-propagation tests were performed on long cracks subject to variable-amplitude

cyclic-loading conditions. Block-loading sequences, comprising selected constant stress-
intensity ranges, were applied during steady-state fatigue-crack growth. Transient crack-growth

response following the load change was observed as a function of crack extension until steady-

state growth was re-established. In addition, constant K /variable-R tests were conducted by

holding KM,, constant and increasing Kmi n (with an appropriate value of C* such that AK

satisfied Eq. 2).

Fracture Toughness: Following completion of the fatigue-crack growth tests, the fracture

toughness was determined by under monotonically increasing loads (displacement control) to

generate a resistance curve, KR(Aa). Procedures essentially conform to ASTM Standard E 399-
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87 for the measurement of the toughness at crack initiation [40]. Since these tests all involve

sharp cracks, measured toughness values may be smaller than values obtained from other

methods that rely on a machined notch as the initial crack. In addition, the maximum

toughness, KC, was calculated subsequent to failure of the cantilever-beam specimens from

estimates of the maximum load and crack length immediately prior to failure.

Fractography: Fracture surfaces were examined using optical and scanning electron

microscopy, and in profile using sections cut perpendicular to the crack path in the plane of

loading. The roughness of these surfaces was evaluated in terms of the lineal toughness

parameter (RL), defined as the ratio of the total length L of the profile to the projected length L'

on the plane of maximum tensile stress. By evaluating RL as a function of measuring step size

7, a fractal dimension D was computed from the expression [54,55]:

RL = L/L' = Ron (7)

where R0 is a constant. Details of this technique are discussed elsewhere [54].

5.3 Results and Discussion

5.3.1 Long Cracks

Growth-Rate Behavior: Cyclic fatigue-crack propagation data are plotted in Fig. 5.2a as a

function of the applied AK, for a controlled room-air environment. The composite displays

extensive cyclic fatigue-crack propagation, with a power-law dependence on the stress-intensity

range. Similar to metallic materials and in agreement with data from a range of other ceramic

materials, growth rates can be fitted to a conventional Paris law relationship [34] of the form

shown in Eq. 1, with an exponent m of 15. This value is considerably larger than typically

reported for metals (2 to 4), but is in the range commonly observed for brittle materials [e.g.,

1-12]. The value of the fatigue threshold, measured at a maximum growth rate of 1010 m/cycle,

was found to be approximately 60% of K. Values of C, m and AKTH for the present A120 3-

SiC w composite are compared with other ceramic materials in Table 5.3. It would appear that in

general resistance to cyclic fatigue-crack growth in ceramic materials, as indicated by the value

of AKTH, is enhanced with increasing fracture toughness.
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Table 5.3 - Values of C and m (in Eq. 1) and the Threshold AKru for some Ceramic Materials

Kc  C m AKr Ref.
(MPa,,m) (m/cycle (MPafm)"m) (MPaf/m)*

AI20 3-SiC 4.5 1.12 x 10 17  15 2.7 -

alumina -4.0 27-33 2.5-2.7 18,20
Mg-PSZ (TS-grade) 16.0 1.70 x 10-4' 42 7.7 4

(MS-grade) 11.5 5.70 x 10.28 24 5.2 4
(AF-grade) 5.5 4.89 x 10.22 24 3.0 1,4
(overaged) 2.9 2.00 x 1014 21 1.6 4

silicon nitride 6.0 1.01 x 1021 12-18 2.0-4 3 21
3Y-TZP 5.3 4.06 x 1018 21 2.4 10

graphite/pyrolytic C - 1.6 1.86 x 1018 19 -0.7 12

As in previous studies [e.g., 1,4,12], crack growth was shown to be a true cyclic

fatigue phenomenon, with crack advance dependent on both the loading and unloading cycle,

rather than environmentally enhanced (static fatigue) cracking at maxirrum load. This was

verified by monitoring crack-growth rates at constant K., and with the load cycled between

KO... and Kmin (R = 0.1) for which crack growth was observed; with the loads held constant at

K m no appreciable crack extension was apparent.max"

Fatigue Crack Closure: Similar to behavior in Mg-PSZ [4], fatigue-crack growth in the Al20 3-

SIC, composite showed evidence of crack closure, as has been reported widely in metals [e.g.,

44,45). Far-field crack closure levels, corresponding to the growth-rate data in Fig. 5.2a, are

presented as a ratio ot KcI/Kmx in Fig. 5.2b. The phenomenon involves premature contact

between the crack surfaces during the unloading cycle, which raises the effective Km- (- Kt),

thereby lowering the effective AK 1441.

An increasing K1 /Km, ratio seen in Fig. 5.2b as the threshold is approached, is

characteristic of (contact) crack-tip shielding* by crack wedging, which is promoted by the

smaller crack-opening displacements at low stress-intensity levels. The deflected nature of the

crack paths, protruding grain-sized asperities, together with fractured SiC whiskers standing

proud of the fracture surface, may well provide the fracture-surface asperities required for such

wedging action.

Yi k i~p shielding mechanisms act to impede crack advance hy lowering the local stress intensity actually experienced at the
k ip 156.571. Such mechanisms, which act principally in the crack wake, include transformation and microcrack toughening

in . raniics. crack bridging in composites, and crack closure during fatigue-crack growth.
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Fractography: Little distinction is apparent between cyclic and monotonic fracture surfaces in

low magnification fractographs, although the fatigue surfaces appear more textured indicating

increased roughness. At higher magnification, however, crack paths formed under monotonic

loading are predominantly transgranular, with a high incidence of cleavage steps (indicated by

the label C on the micrograph), whereas the increased roughness of the cyclically loaded

surfaces appears to be associated with an increasing degree of intergranular fracture (Fig.

2.13). Limited regions of abrasion and a larger number of "pulled out" SiC whiskers were also

apparent on the cyclic fracture surfaces, suggesting that the effect of cyclic loading may be a
progressive weakening of the whisker/matrix interfaces, resulting in the larger pull-out lengths

observed. Such distinction between the cyclic and monotonic fractography is not always

observed in ceramic materials where identical fracture-surface morphologies are most often

reported 11,4,121.

5.3.2 Small Cracks

Fatigue Life: Stress versus life (S/N) data, derived from results on the micro-indented

cantilever-bend specimens, are listed in Table 5.4 for both tension-compression (R= -1) and

tension-tension (R = 0.05) loading. Unlike reported data for smooth specimens of PSZ [2,7,8]

and Si 41 25,271 ceramics, cycling in tension-compression does not appear to be more

damaging (i.e., to give reduced lifetimes) than in cyclic tension. In the present case with pre-

existing defects in the form of micro-indents, comparable lifetimes are found for tension-tension

and tension-compression loading as the defects grow at comparable crack-growth rates.

However, with smooth specimens where the development of a macro-sized crack accounts for a

significant proportion of the life, reduced lifetimes result under tension-compression loading

TABLE 5.4 - Comparison of Fatigue Lifetimes at R 0.05 and -1

NIaterial Test Specimen Load Ratio a Life, N
( i/a ) (MPa) (cycles)

S C -AI 0, Indented Cantilever 0.05 245 60 x 10'
Beam

247 140 x 10'
252 150 x 101

-1.0 248 60 x 10'
255 240 x 10'

n an i n are the remote (outer surface) bending strcsses at maximum and minimum load, respectively.
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because of the more damaging nature of fully reversed loads in initiating microcrack fatigue

damage. For example, in PSZ, the more damaging nature of tension-compression cycling is

clearly apparent from the higher density of microcracks observed after cycling at R -1

compared to R = 0 181.

Small-Crack Growth: Crack lengths of selected microcracks, derived from monitoring the top

surface of the cantilever-beam specimens at various maximum applied stress levels and plotted

as a function of the number of stress cycles, are shown in Fig. 5.3a,b at load ratios R of 0.05

and -1, respectively. The small cracks can in general be seen to grow at progressively

decreasing growth rates with increase in size. Significant variations in growth rate are apparent

for cracks at different locations along the specimen, occasionally resulting in final fracture not

being associated with the indent at the highest stress region of the cantilever specimen. Such

behavior is typical of small-crack growth which is highly sensitive to local stresses and

inicrostructural inhomogeneities.

Using Eqs. 4-6 to compute stress intensities, such data are used to derive plots of crack-

propagation rates as a function of the applied K.", as shown in Fig. 5.4a, and as a function of

the total stress intensity (Kinx + Kr) in Fig. 5.4b. Similar to small-crack data reported for

AI,01. Si;N 4 zirconia and LAS/SiCf ceramics 17-10,16,311 and for metals 136,37,471, small-

crack growth rates appear to display a negative dependency on the applied Km.x; moreover,

they are not a unique function of K X and appear to be sensitive to the level of applied stress.

Small-crack effects are generally rationalized in terms of the mutual competition between the

applied crack driving force. normally associated with estimations of the far-field stress-intensity

factor, and mechanisms of crack-tip shielding, typically attributed to local microstructural or

mechanical mechanisms, which act to diminish the applied driving force [e.g., refs. 10,31,431.

Depending or. the relative contributions from these competing effects, both the negative slope of

growth rates with applied stress intensity and V-shaped crack-growth behavior may be

understood. In the present study. when the residual stress intensity K associated with the

indent is included (Fig. 5.4b). small crack-growth data are found to be similar to that of the

.ng-crack data. This indicates that near steady-state shielding is probably achieved during the

brief rapid growth of cracks in the first few loading cycles.

Closer examination of individual small-crack growth rate data, however, often revealed

interesting fine scale features: representativ, examples are given in Fig. 5.4c. Small-crack

,,nwth rates frequently exhibited a number of local minima resulting in V-shaped growth-rate

behavior, similar to behavior reported for both cyclic and static fatigue in other ceramics

116.49.581. The crack extension between successive minima in the growth-rate data increased

with increasing average stress, from - 7 jtm at 190 MPa to - 33 im at 250 pm.
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The occurrence of multiple crack-growth minima over crack extensions of hundreds of
microns from the indent is unlikely to be associated with the indent-induced K, which decreases
smoothly with crack length (Eq. 5). Instead, these minima are probably associated with local
microstructural barriers to small-crack extension, such as the interaction of whiskers with the

crack (Fig. 5.5), from mechanisms such as crack wedging by fracture-surface asperities
(roughness-induced crack closure [45]) and crack bridging from intact whiskers spanning the
crack or from uncracked ligaments, e.g., interlocking grains due to the intergranular nature of

the fracture surface. Both the matrix grain size and the mean whisker spacing are similar in
dimension (-5 Am) to the crack-extension distance (-7 ;tm) at which the first growth-rate
minima occurs at the lowest applied stress levels, i.e., they are characteristic of dimensions at
which bridging from a single whisker or roughness-induced crack closure might be expected to

occur. At higher applied stress levels, longer crack extensions were observed between growth-
rate minima consistent with the notion that increased degrees of shielding must be achieved
before a significant effect is observed on the growth rate.

Fractography: Microstructural evidence for such shielding effects can be found from scanning
electron microscopy (SEM) of the polished test samples. The morphology of a single
microcrack after tension-compression cycling (maximum stress, a.,. = 450 MPa) is shown in
the sequence in Fig. 5.5. Crack growth is predominantly intergranular. Evidence of crack

bridging by both uncracked matrix ligaments (Fig. 5.5b) and SiC whiskers (Fig. 5.5c,d) in the
wake of the crack tip is clearly apparent.

5.3.3 Variable-Amplitude Loading

Growth-Rate Behavior: The long-crack fatigue results described above pertain to constant-
amplitude cyclic loading; to examine the influence of variable-amplitude loading, block
overload and constant-K,./increasing-K, 0 sequences were applied during steady-state fatigue-
crack growth. Results for high-low and low-high block overloads are shown in Fig. 5.6a.
Over the first - 1.2 mm of crack advance, the crack-growth rate remains approximately
constant for a constant baseline AK of 3.6 MPa..m. On reducing the cyclic loads so that

AK = 3.2 MPgm (high-low block overload), crack-growth rates decrease by approximately
one and one half orders of magnitude, with no transient retardation. Similarly, by increasing
the cyclic loads back to a AK of 3.6 MPgm (low-high block overload), growth rates increase
almost instantaneously to roughly their previous baseline levels. With a subsequent increase in
K,,, (from 0.4 to 2.6 MP'm) at constant K.. (=4 MPgm), growth rates show a gradual
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decline following a small initial retardation, but in general do not vary by more than half an

order of magnitude.
The significant variations in growth rates with small changes in AK and/or KX are

consistent with the characteristic steep slope of da/dN vs. K relationships in ceramics [35[.
However, the growth-rate behavior described above is quite different to that seen in ceramics

such as transformation-toughened zirconia [5] and metallic materials [e.g., refs. 59-61]

following excursions in load. The latter materials show marked transient crack-growth

behavior, i.e., crack-growth retardation after high-low block loading sequences or acceleration

after low-high sequences, followed by a gradual change in growth rates until the (new) steady-

state velocity is achieved. By comparison, such transient crack-growth effects in Al 203 -SiC w

are minimal. In metals, the transient behavior results primarily from residual stresses in the

larger (or smaller) plastic zones generated ahead of the crack following the change in loads (this

in turn influences the development of such mechanisms as crack closure in the wake of the

crack tip and in certain materials crack deflection [44,59-61]); somewhat similarly in phase-

transforming ceramics, the larger (or smaller) transformation zones result in more (or less)

transformation shielding and hence to locally retarded (or accelerated) growth rates [5].
Unfortunately, the degree of scatter in the present experiments does not permit a precise

determination of the nature of the transient variations in growth rates in this material; however,

some insight into the salient micromechanisms can be gained from examination of the crack

closure and fracture-surface roughness data, as described below.

Measured far-field crack-closure levels for this sequence of loads are plotted as a

function of crack extension in Fig. 5.6b. In general, the closure stress intensity did not vary

appreciably with the above changes in AK; however, KC1 levels did show a marked increase

during the constant-K /increasing-K., sequence. This increase in closure is consistent with

the small decrease in growth rates during the latter sequence, because in terms of a near-tip

"driving force", AKn - K - Ke,, the local stress-intensity range changes far less than the

applied AK, i.e., the increase in Knd is below the value of K., and hence does not significantly

affect growth rates.

Fraclography: The closure-corrected AKff approach does suffer from several limitations in

that wedging in the Immediate vicinity of the crack tip, which is difficult to detect, often

controls the post-overload behavior [61], it assumes that the only shielding is derived from

crack-face contact by wedging, which is clearly not the case with a bridging material, and in

general the precise nature of the crack-closure phenomena in ceramics is as yet undocumented.

However, the fractography of the fatigue crack during the block-loading sequence does provide

some clue as to the nature of the closure mechanism.
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A low magnification SEM micrograph of both sides of the fracture is shown in Fig.

5.7. Regions of cyclic crack growth, which are predominantly intergranular, are clearly

discernible from the transgranular monotonic fracture region. Closer scrutiny also reveals bands

showing different texture associated with the various block-loading sequences applied during

the test. Of particular note is the increased roughness of the fracture surface during the

constant-K x/increasing-K .i portion of the test. The variation in lineal roughness, as a

function of measuring step size, for the various loading excursions is shown in Fig. 5.8; fractal

dimensions representing these fracture-surface roughnesses are listed in Table 5.5. It is

apparent that the overload (monotonic) fracture region displays the lowest roughness, whereas

under cyclic loading the roughness steadily increases with each sequence. Since there is a

concomitant increase in far-field closure measured over these cyclic loading sequences, it would

appear that the primary source of closure is from premature contact of fracture-surface

asperities during the fatigue cycle, i.e., from roughness-induced closure.

TABLE 5.5 - Fracture-Surface Roughness and Crack Closure During Variable-Amplitude Fatigue

Region Loading Conditions Crack Closure Lineal Roughness
AK, Kmax, Kri, Stress Intensity, K., Fractal Dimension,

(M Pa\/m) (MPa\/m) D

a AK = 3.6, K =4.0, K =0.4 0.9 1.02
h -3.2, =3.5, =0.3 1.1 1.04
k" 3.6. =4.0, =0.3 1.1 1.06

d -3.6, =4.0, =0.4 1.2
S2.5. =4.0. =1.5 1.6
= 1.6, =4.0, =2.4 2.4 1.07

e overload fracture 1.03

5.3.4 Mechanisms of Fatigue Crack Growth

A number of mechanisms have been postulated to explain the susceptibility to fatigue-

crack growth in ceramic materials [e.g. ref. 351 due to a paucity of mechanistic data, however,

precie mechanisms remain elusive. In ceramic-matrix composites reinforced with a brittle

second phase, careful control of the reinforcement/matrix interface strength during processing

is required to provide debonding and controlled pullout of the reinforcement fibers or whiskers

in the vake of a crack. The resulting bridging zone exerts closing tractions on the crack

surfc,ices and hence shields the crack tip from the applied (far-field) stresses. These materials

may be expected to be susceptible to cyclic-fatigue effects where progressive degradation of the

bridging zo0ne can occur. Similar effects may be expected if bridging by frictional/geometrical
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interlocking of microstructurally rough fracture surfaces contributes significantly to the

toughness.

In the current study, the close similarity of fracture surfaces resulting from cyclic and

monotonic loading suggests that fracture modes similar to those under monotonic loading (static

modes) may be operating. In this case, crack-growth rates during cyclic loading may be

expected to display a marked sensitivity to the maximum stress intensity factor, K , or the

load ratio, R, in addition to AK. In fact, this sensitivity has been reported for cyclic fatigue in

a yttria-stabilized zirconia ceramic 110]; it is also very similar to fatigue in metals at high

growth rates where Kmx approaches the fracture toughness, K I [621. A number of models

have been reported to describe R ratio effects in a variety of metallic alloys [e.g. 44, 63, 641.

In the present study, the relative effects of Km x and AK were determined by explicitly including

K Max in the growth-rate relationship*, thus:

da/dN = C' (K..) (AK)P , (8)

This is equivalent to the empirical model of Walker 1641 commonly used to predict R ratio effects in metal fatigue wherec an
effective stress intensity factor, Keff, is defined such that Kef = Kmax (I - R) n

, where n' is a material property. By
compariswn to Eq. 8. n' = p/(p + n).

where C', n and p are constants. The similarity of the above relationship with that of Eq. 1 is

apparent by noting that K = AK/(l - R), and hence rewriting Eq. 8 as:

da/dN = C'/(l - R)' (AK) (' + , (9)

where for constant R. the values of C and m from Eq. 1 are:

C = C'(i - R) , (10a)

and

m (n + p) . (lOb)

The known values for C and m (from Table 5.3) for the long-crack growth behavior at R = 0.1

are insufficient to solve for the three unknowns in Eq. 10. The effect of AK was therefore

experimentally determined by conducting a constant-K,/decreasing-AK test. Resulting crack-

growth rates are shown in Fig. 5.9a as a function of crack length. The power-law dependence

of growth rates on the applied AK expected from Eq. 8, where (C' (K )n) is a constant, is

apparent in Fig. 5.9b where the value of the slope, p, from Eq. 8 is 4.8. Using Eq. 10. the

85



crack-growth relationship may finally be written as:

da/dN = 6.79 x 1018 (K )10 2 (AK) 4 8 , (11)

in which the sensitivity of crack growth rates to K is immediately apparent.

The sensitivity of growth rates to K In, which may be indicative of a wedging

mechanism for crack-growth where asperity contact behind the crack tip on the unloading cycle

produces localized shear and tensile forces, was subsequently assessed by abruptly reducing the

load ratio following the K.. -constant portion of the test. Following a recently proposed

wedging model for fatigue-crack growth in silicon nitride [651, the wedging force and hence

growth rates are assumed proportional to (Kcl - K..). Prior to reducing R, Kci is less than KmiM

and could not be measured. Following the load-ratio reduction, Kc/K x ratios as high as 0.7

were measured, indicating that increased wedging forces should be present. However, no

measurable crack growth was noted until K was again increased to a value close to that

where prior crack growth was recorded. It is therefore concluded that based on the present

evidence, a wedging model similar to that proposed for Si N is not likely for Al:O3-SiC w.

Rather, a mechanism similar to the static fracture mode which occurs on monotonic loading is

likely. Crack advance thus is expected at or near the maximum stress intensity during the load

cycle,* the critical role of the unloading cycle, however, in promoting progressive degradation

of the bridging zone behind the crack tip or accumulated microcrack damage ahead of the crack

tip, remains unclear.

Prcliminary indications from fatigue cracks grown at very low frequencies (-0.1 Hz) are that crack extension each cycle does in
fact (cur just prior to the maximum load during the rising tensile portion of the fatigue cycle.

5.3.5 Fracture Toughness

Monotonic loading of long cracks in the C(T) specimens following the fatigue tests did

not produce any detectable resistance-curve (R-curve) behavior. Unstable fracture of the

specimen occurred at K - 4.5 MPa\,m, which is similar to toughness values measured using

indentation techniques 138,391. Note that since R-curve measurements were attempted directly
atter fatigue testing, the first measurement was taken at the K of the previous fatigue loading

cycle, this may preclude determination of the full R-curve since the existing long crack is

already fully bridged. The maximum measured toughness was, however, significantly greater

than for the unreinforced Al,_O3 matrix material, which had a toughness of 2.2 MPa,,/m.

Toughness estimates derived from indentations in the cantilever-beam specimens which

failed during cyclic loading revealed significantly reduced K values approaching that of the
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unreinforced matrix toughness. Toughness values are compared with the monotonically loaded

and unreinforced values in Table 5.6. The effect of cyclic fatigue appears to decrease the

fracture toughness by almost 50% with fully reversed loading being more damaging than

tension-tension loading; this implies that cyclic loading results in intrinsic damage to the

microstructure, although whether this occurs as true intrinsic microstructural damage ahead of

the crack tip or as a degradation of the shielding zone behind the crack tip is as yet uncertain.

TABLE 5.6 - Indentation Fracture Toughness of Al20 3-SiC,, Following Monotonic and Cyclic
Loads

Material Conditions Measured K
c

(MPafm)

Al,O monotonic 2.2
Al20 -SiC monotonic 4.6
Al 0 3-SiC w  cyclic (R = -1) 2.4
Al,O 3-SiC cyclic (R = 0.05) 3.2

5.4 Conclusions

Based on a study of the growth of both long (> 3mm) and microstructurally-small (<

300 pm) fatigue cracks in a SiC-whisker-reinforced alumina ceramic under tension-tension (R

- 0.05) and tension-compression (R = -1.0) cyclic loads, the following conclusions can be

draw n:

1. Fatigue-crack growth in AlO 3-SiC W ceramic is shown to be a mechanically-induced

cyclic process. Growth rates (da/dN) can be described in terms of a power-law function of the

applied stress-intensity range (AK). with an exponent m of the order of 15.

2. An apparent threshold for fatigue-crack growth (AKT ), below which (long) cracks

are presumed dormant, was found to be approximately 60% of the fracture toughness K¢,

similar to behavior in other ceramic materials.

3. Cyclic crack growth shows evidence of crack closure in addition to other crack-tip

shielding mechanisms (crack deflection, uncracked ligament and whisker bridging). However,

wkhen subjected to variable-amplitude cyclic loading, fatigue cracks in A,0 3-SiC, ceramics do

not exhibit marked transient crack-growth retardations immediately following high-low block

overloads and transient acceleration immediately following low-high block overloads, as have

been reported for phase-transforming ceramics and metallic alloys.

4. Cyclic fatigue-crack growth rates for small surface cracks are found to occur at

applied stress-intensity levels significantly smaller than the nominal long-crack threshold AKTH;
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however, when the residual stress intensity Kr associated with the indent is included in the

analysis, growth rates are found to be similar to the long-crack data.

5. Long crack-growth rates display a marked sensitivity to K., suggesting that crack

advance occurs during the loading cycle at or near Km.x, similar to the static fracture mode

which occurs on monotonic loading. The critical role of the unloading cycle, in degrading the

bridging zone or damaging material ahead of the crack tip, remains unclear.
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